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Introduction

Research using ultrashort optical pulses is making an enormous impact in the field
of high-speed electronics and photonics critical to the next generation of fast
communication and computer systems. Ultrashort pulses are playing an important role in
the study of transient physical processes in solids, i.e., semiconductors, metals, and
superconductors. They also make possible the generation and detection of electrical signals
with bandwidth over one order of magnitude higher than that attainable using convention
purely electronic systems. Under this URI we looked at some of the fundamental issues
involved in Boltzmann and quantum mechanical transport. Velocity overshoot was directly
time-resolved. Sequential and resonant tunneling were experimentally studied. Electron-
phonon relaxation in metals was studied and the frequency response of high-temperature
superconductors was measured. In surface physics a novel reflection, high-energy-
electron diffraction (RHEED) technique was developed and used to time-resolve the
surface temperature of crystals by means of the Debye-Waller effect. This URI was also
important in promoting the role of ultrafast optics in high-speed technology. Short
electrical pulses in conjunction with the electro-optic effect were used to characterize
devices and circuits up to 100 GHz. Ultrafast photoconductive detectors based on cold-
grown GaAs with 0.5-ps temporal resolution were demonstrated. Also a velocity-matched,
ultrahigh bandwidth (> 100 GHz), optical modulator and superconducting gat¢e MODFET
were shown. Finally because the work done under this URI hinged around our capabiltity
to generate, manipulate, and amplify optical pulses, it was necessary to perfect and develop
new laser techniques. A good example has been the demonstration and development of
chirped pulse amplification .

Also, this URI fulfilled its commitment to education. Between Cornell University
and the University of Rochester, nine Ph.D students obtained their degrees under the URL
These students have now a combined expertise in high-speed electronics and optics and
they have been sought after by leading laboratories and universities.

In conclusion by fostening quality research and education the program supported by
the URI grant brought closer modern photonics and electronics, two fields critical to the
nation's future.
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Accomplishments of the URI Ultrafast Optical Electronics Center
I. Fundamentals on Electron Transport

A. Transport in Bulk - K. Meyer, M. Pessot, and G. Mourou
(Rochester) D. Shire, G. Wicks (Comell)

Electron-optic sampling of photoconductive transients on a subpicosecond time scale
has been used to study hot-carrier transport in GaAs. The results are interpreted as direct
time-domain observations of nonequilibrium transport on a subpicosecond time scale and
they clearly show both an overshoot and bias-dependent delay at high excitation energy
which are consistent with published Monte Carlo predictions.

B. Transport in Layered Structures

1. Resonant tunneling - J.F. Whitaker, G. Mourou (Rochester)
Picosecond bistable operation has been experimentally observed for the first time in
a double-barrier resonant tunneling diode. A rise time of 2 ps was measured using
the electro-optic sampling technique; this is the fastest switching event yet observed
for an electronic device. This time domain measurement adds necessary
information to the understanding of the transport mechanisms in the resonant
tunneling diode and is consistent with switching time limitations computed for the
device. It also demonstrates that appropriately designed double-barrier quantum
well diodes have a response time comparable to that of the fastest all-optical logic
elements, and that they may be very useful in high-speed logic applications.

2. Tunneling escape time - T.B. Norris, G. Mourou, R.S. Knox (Rochester),
X.J. Song, W.J. Schaff, L.F. Eastman, G. Wicks (Cornell)

We have performed time-resolved photoluminescence on GaAs/AlxGaj.x. As
single quantum well structures with an electric field applied perpendicular to the
well plane. The quantum wells are coupled to the GaAs continuum through a thin
barrier; the escape time of the electrons in the well was measured by time-resolved
photoluminescence. The dependence of the decay time on applied bias was found
to agree very well with a simple semiclassical model.

3. Transport in Asymmetric Coupled Quantum Well - T.B. Norris, G. Mourou,
R.S. Knox (Rochester) X.J. Song, L.F. Eastman (Cormnell)

We have performed continous and time-resolved photoluminescence experiments
on novel double-quantum-well structures in Schottky diodes. We have directly
observed the buildup of a charge-transfer (CT) state in which the electron and holes
are in separate wells because of the fact that they tunnel in opposite directions. We
have studied the effect of an electric field on the CT state formation, and have
observed a strong, lincar Stark shift of the CT luminesceace.

C. Electron-Phonon Relaxation in Metals - H.E. Elsayed-Ali, T.B.
Norris, M.Pessot, G. Mourou (Rochester)
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Amplified 150-300-fs laser pulses have been applied to monitor the thermal
modulation of the transmissivity of thin copper films. Nonequilibrium electron and lattice
temperatures have been observed. The process of electron-phonon energy transfer was
time resolved and was measured to be 1-4 ps, increasing with the laser fluence.

D. Transport in High-Tc Superconductors - D. Dykaar, J. Chwalek, J.F.
Whitaker, T. Hsiang, G. Mourou (Rochester)

Picosecond pulse propagation on transmission lines patterned from YBayCu3O7.x films has
been performed. Distortion-free propagation of high current density transients is demonstrated.
The high-frequency properties were analyzed by careful study of the relative phase delays of the
electrical transients as the temperature of the sample was varied from 1.8 K to T;. Simulations
using Mattis-Bardeen complex conductivities showed good agreement with the measured results.
High-frequency critical current densities in excess of 105 A/cm? were measured.

II. Ultrafast Techniques

A. Electrooptic Characterization of Devices and Materials - D.R. Dykaar,
J. Whitaker, J. Nees, G. Mourou, T. Hsiang, J. Chwalek, M. Frankel, T.
Jackson (Rochester), L.F. Eastman, P. Tasker (Cornell)

1. Normal temperature

The electro-optic effect in conjunction with short optical pulses makes possible noninvasive
wafer-level testing of integrated circuits. By using this particular technology, testing can be
performed over a terahertz bandwidth and with micrometer resolution. Applications to
digital integrated circuits and monolithic millimeter-wave integrated circuits (MMIC) have
been demonstrated. An external, non-contact electro-optic measurement system, designed
to operate at the wafer level with conventional wafer probing equipment and without any
special circuit preparation, has been developed. Measurements have demonstrated the
system's ability to probe continuous and pulsed signals on microwave integrated circuits on
arbitrary substrates with excellent spatial resolution. Experimental measurements on a
variety of digital and analog circuits, including a GaAs selectively-doped heterostructure
transistor prescaler, an NMOS silicon multiplexer, and a GaAs power amplifier MMIC
have been performed.

2. Cryogenic temperature

We have developed a fully cryogenic electro-optic sampler by integrating and immersing in
superfluid helium both the photoconductive switch and the birefringent lithium tantalate
sensor. The ultimate temporal response of the system as determined by measuring the
transient onset of photoconductivity in a GaAs switch was less than 400 fs. The system
was arranged into a coplanar transmission line geometry and used to probe the switching of
a 30 x 30 pm2 Josephson tunnel junction. Both time-dependent waveforms of the
transmitted signal and current-voltage characteristics of the junction switched by a
picosecund input pulse were measured. The results were compared to transient simulations
based on the resistively and capacitively shunted junction model, and showed that: the
initial junction response was limited only by the time integral of the input pulse, the
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switched voltage was proportional to the total charge delivered by the pulse, and there was
no turn-on delay time. This represents the first, in situ measurement of the response of an
unbiased Josephson tunnel junction to a stepped, picosecond pulse.

3. Ultrahigh frequency electro-optic time-domain reflectrometry

We studied a new approach to time-domain reflectmetry utilizing picosecond electro-optic
sampling and counter-propagating electrical pulses on a coplanar transmission line. This
method enables direct acquisition of the incident and reflected waveforms at the interface
between a device and transmission line without requiring temporal separation between the
waveforms or deconvolution of the effect of the transmission line on the waveforms.

4. Short electrical pulse generation - J. Whitaker, M. Frankel, S. Gupta, G. Mourou
(Rochester)
We have developed a technique for transforming electrical step-like excitations into
picosecond electrical pulses by using discontinuities embedded in a coplanar transmission
line structure. We have experimentally demonstrated the fomation of 3 ps pulses from
photoconductively generated steps. Equations for the pulse amplitude/duration trade-off
based on a lumped element approach are given and shown to be in agreement with the
calculations of the element values.

B. Short Electrical Pulse Propagation on Transmission Line Studies - J.
Whitaker, D. Dykaar, T. Hsiang, G. Mourou (Rochester)

Using a cryogenic electro-optic sampling technique, we have studied the transient propagation
characteristics of superconducting and normal indium lines in the picosecond regime. Transient
dispersion effects, including increased rise time and increased pulse width, the introduction of
ringing on the waveform, and a novel "pulse sharpening” were observed. A model that takes into
consideration the effects of modal dispersion and superconducting complex conductivity was
established, and an algorithm was developed that accurately describes all of the experimental
findings.

C. Picosecond Reflection High-Energy Electron Diffraction (RHEED) -
H.Elsayed-Ali, G. Mourou, S. Williamson, R.S. Knox, Hsiu-Chen
(Rochester)

Reflection high-energy electron diffraction with picosecond time resolution has been
demonstrated. The surface diffraction patterns are obtained using a laser driven picosecond
electron gun. Due to the synchronization of the photogenerated electron pulses with the laser
source, such a technique provides a picosecond time-resolved surface structural probe sensitive to
the first few monolayers.

III. Ultrafast Devices

A. Picosecond Photoconductive Detector - S. Gupta, M. Frankel, D. Dykaar,
G. Mourou, and T. Hsiang (Rochester)
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A novel material deposited by molecular beam epitaxy at low substrate temperatures using Ga
and As4 beam fluxes has been used as the active layer for a high-speed photoconductive
nptoelectronic switch. The high-speed photoconductive performance of the material was assessed
by fabricating two devices: an Auston switch and a photoconductive-gap switch with a coplanar
transmission line. In a coplanar transmission line configuration, the speed of response is 0.5 ps
(full width at half maximum) and the response is 10 to 100 times greater than that of conventional
photoconductive switches. Since the material is compatible with GaAs discrete device and
integrated circuit technologies, this photoconductive switch may find extensive applications for
high-speed device and circuit testing.

B. Greater than 100 GHz Traveling Wave Modulator - J. Nees, S.
Williamson, G. Mourou (Rochester)

A GaAs traveling wave modulator with a bandwidth greater than 100 GHz has been
demonstrated. The dramatic bandwidth enhancement is due to the elimination of the velocity
mismatch by the addition of a GaAs superstrate in contact with the optical waveguide.

IV. Laser Technology

A. Femtosecond Pulse Amplfication - P. Bado, S. Coe, J. Squier, D.
Strickland, G. Mourou, M. Pessot (Rochester)

A new dye laser and C.W. pumped regenerative amplifier system capable of generating white-
light continuum at a repetition rate higher than 1 KHz has been demonstrated. Generation of
ultrahigh peak power pulses. Single picosecond pulses have been amplified to the terawatt level by
a table-top size Nd: glass amplifier by using the technique of chirped pulse amplification (CPA).
The divergence of the beam is twice the diffraction limit, making the brightness of this source equal
to ~2 x 1018 W/(cm « sr), which is the highest brightness ever reported. The technique of chirped
pulse amplification allows the efficient energy extraction from extremely compact amplifier
systems. Amplification of chirped pulses over nine orders of magnitude, i.e., from nanojoule to
the joule level, has been demonstrated. By using a large-scale Nd: glass amplifier system it
should be possible to extend the technique of CPA to the amplifcation of 1 ps pulse to the kilojoule
level leading to petawatt power pulses. These pulses, once focused, could produce intensity in the
range of 1023 W/cm?2, five orders of magnitude over the present state of the art.
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URI Ultrafast Optical Electronics Center, Scientific and Technological Program
I. Fundamentals on Electron Transport

A. Transport in Bulk: Velocity overshoot - K. Meyer, M. Pessot, and
G. Mourou (Rochester) D. Shire, G. Wicks (Cormell).

Monte Carlo techniques was used to study the transient transport of carriers which
were photogenerated by a short optical pulse into a spatially uniform field.(1,2-3) These
studies clearly demonstrate that transport transients can be generated by photoexcitation into
an applied field. They show an important wavelength threshold associated with electrons
photogenerated out of the heavy hole band into I'-valley conduction states that lie above the
threshold for I'-L transfer.3-5 Such electrons tend to scatter rapidly into the L valley and if
the field is larger than several kV/cm there is a selection process in which electrons
generated into negative velocity states are less likely to scatter to the I' than those with
positive velocities. In this wavelength range the minimum field required for the creation of
a velocity overshoot increases, the magnitude of the overshoot decreases,-3 and a field
dependence in the apparent starting point of the initial velocity appears.89
For lower fields no overshoot is expected but there is still a prolonged rise in velocity as
carriers which initially scattered to the L valley return to the I valley.7-10

All measurements were performed using nominally undoped (n =5 x1015 cm-3)
high-mobility GaAs grown via molecular beam epitaxy (MBE) at Cornell University or
metalorganic chemical vapor deposition (MOCVD) at SPIRE Corporation. Two microns of
undoped material was grown on semi-insulating substrates, followed by a 500 A layer of
highly doped (n = 2x1018 cm-3) GaAs. Various test and transmission line structures were
patterned using lift-off photolithography. The NiAuGe contacts were furnace annealed in a
nitrogen atmosphere, and in conjunction with the doped cap layer formed highly
reproducible ohmic contacts, indicated by a quasi-linear dc current-voltage (/-V)
characteristic to fields as high as 10kV/cm. A calibrated GaAs etch was used to remove the
doped cap layer in the photoconductive gaps and between the transmission lines.

Measurement of the transient voltage waveforms generated by the GaAs
photoconductive switch was accomplished using reflection-mode electro-optic sampling.6
In this configuration, illustrated in Fig. 1, a thin plate of LiTaO3 with high-reflectivity
dielectric coating on one surface is placed on top of the GaAs sample with the coating in
contact with the GaAs. A small window (not shown in the figure) was etched in the
coating to allow for passage of the excitation beam to the photoconductive switch, The
probe beam was focused between the transmission lines a short distance from the gap.
When there is a voltage on the transmission line, fringing electric fields from the substrate
extend into the electro-optic superstrate and are a rotation of the polarization of the probe
beam.

Results obtained with 620 nm photoexcitation (electron energy = 520meV) are
shown in Fig. 2, plotted as the measured transient voltage normalized to the gap voltage.
The excitation density was approximately 5x1017 cm-3. The transient voltages were only
on the order of 0.01% of the applied voltage, indicating that the perturbation of the electric
field was small. Two features are clearly apparent in the data: a significant photocurrent
overshoot that occurred at high bias but not at moderate or low bias, and a much faster rise
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time of the transient for higher bias. Both of these features are consistent with Monte Carlo
predictions, as will be discussed below.

Theory predicts that photoexcitation closer to the conduction-band edge will result
in a larger velocity overshoot, because the electrons will spend more time in the I valley,
where their mobilities are higher, before they scatter into the I valley. For this reason it
was desirable to repeat the experiment at a longer excitation wavelength. Photocurrent
transients obtained with 760 nm excitation (electron energy = 190 meV) are shown in Fig.
3. Once again, a photocurrent overshoot was observed at high applied field but not at low
field. The observed degree of overshoot was not as large as anticipated, probably because
the temporal resolution in this case (determined primarily by the laser pulsewidth) was
insufficient to fully resolve the rise of the transient.

In summary, the experiment described here provides a transient time-domain
measurement with excellent temporal resolution. The data are consistent with an
interpretation that calls for a photocurrent overshoot. The features of this overshoot are
consistent with the hypothesis that they are largely the result of transport transients, i.e.,
electron velocity overshoot.

B. Transport in Layered Structures

1. Resonant Tunneling - J.F. Whitaker, G. Mourou (Rochester)

We have performed the measurement of a double=barrier resonant tunneling diode
(RTD) in its bistable or switching mode with sufficient temporal resolution to resolve the
switching time. We have measured this switching time to be less than 2 ps. This time
compares favorably with the theoretical considerations of Liu and Coon? for the switching
time of a heterojunction double-barrier diode circuit. These time domain measurements
provide some insight concerning the mechanisms of electron transport through double-
barrier heterostructures, processes that are far from being completely understood.

The RTD used in these measurements was grown by molecular beam epitaxy to
have two barriers of 1.5-nm-thick A1As separated by a GaAs well 4.5 nm thick. The outer
regions of GaAs contained Si doping to an electron density 2 x10!7 cm™3. This resulted in
a peak current density of about 4x10% A/cm2. For the 4-pm-diam RTD tested here, the
capacitance when biased near the current peak wes calculated to be 20 fF, and a series
resistance was 15€). More details of the material growth and fabrication can be found in
Ref. 8.

The device was tested using an instrument with the subpicosecond resolution
necessary to measure such brief events, the electro-optic sampling system.9 A schematic
diagram of the circuit used to test the time response of the RTD is shown in Fig. 4.
Coplanar electrodes of gold acting as a transmission line were deposited on both a GaAs
switch and a lithium tantalate (LiTaO3) sampling crystal, and the bias to the RTD was
applied through a large inductor, and the bias from a GaAs photoconductive switch was
considered as the input to the network.

The method used to determine the switching time of the device will now be
presented. The region between the two load lines labeled "1" in each frame of Fig. 5(a)
represents the shift in load line resulting from closing the switch with the optical pulse,
when starting from different dc bias conditions. The region labeled "2," shown in the top
frame only, indicates the shift in load line along a relatively linear portion of the /-V curve.
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The resulting waveform from region 2 as the output of the diode was used as a reference so
that a comparison could be made to each of the other waveforms from region 1 and the
switching response more easily resolved. This waveform 2 is depicted in each of the
frames of Fig. 5(b). Displayed as a dashed line is the waveform from each region 1 in Fig.
5(a) and, below the waveforms, the temporal variation of the difference of the two
waveforms. The waveforms in Fig. 5(b) are exaggerated to schematically show the effects
of switching. the experimental result of subtracting the two waveforms from regions 1 and
2 is presented in Fig. 5(c). In the first frame, the cancellation is nearly complete. The
discrepancies observed are due to noise and to small deviations in the regions of the /-V
curve traversed. The switching process can be observed in the second and third frames of
Fig. 5(b) and 5(c). In the second frame, curve 1, the dashed line, follows curve 2 only
from points A to B, where it coincides with the rising portion of the /-V curve. When the
load line exceeds the current peak of the /-V curve, the diode switches to point C and a
rapid drop in the current is observed. In the second frame, as the input decreases, the
optical switch current also decreases so that the load line drops beiow point E, and the
operating point returns to F and relaxes to A, where waveforms 1 and 2 are again nearly
identical. This is indicated in the diff- rent waveform (1-2) of Fig. 5(b) and can also be
seen in the experimental difference waveform in Fig. 5(c).

The third frame of Fig. 5 displays the same switching action, but with the device
attaining a latched state. The operation from points C to D to E is along a path of the /-V
curve that would approximately cancel with that from region 2, leading to a long plateau on
the difference waveform and a device that has been switched into the lower current state.
This was distinctly observed in frame 3 of Fig. 5(c). Since the peak of the I-V curve was
reached by the load line earlier than in the frame above, the switching took place at an
carlier time, as evidenced by the position of the waveforms relative to the thin vertical line
of Fig. 5(c) that represents a constant time reference. In frame 2, the onset of the switching
began at the marker, while in frame 3 the switching event was already about halfway
completed. The rise time of the switching event, as measured from the third frame of Fig.
5(c), was discovered to be 1.9 ps in duration between the 10% and 90% points. During
the relatively long time between optical pulses, the bias point returns to point A. This is
possible because the impedance determining the low-frequency load line is much smaller
than the high-frequency impedance. In frame 4 of this figure, the dc bias point is extended
above the area of negative differential resistance, where region 1 traverses virtually the
same slope as region 2, and cancellation is again expected and found.

As mentioned earlier, the switching time should depend on the time to charge the
device capacitance between the voltages corresponding to point A and C in figure 5(a).”-10

ts = C(Ve - VBl - 1), (1)

where /p and /, are the peak and valley currents in the negative differential distance region.
As measured experimentally, V¢ - Vg - 0.44 Vand I, - I, = 3 mA. Charge storage occurs
predominantly outside the double-barrier region, and so to compute the capacitance, we
must know the distance between the conductive regions on each side of the quantum well.
The GaAs well width was 4.5 nm, while the AlAs barriers were 1.5 nm thick, and the
depletion width into the doped collector region was approximately 70 nm. Using a relative
permittivity for GaAs of 13.1, the capacitance was found to be about 20 fF, and the rise

8

|
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time for switching was calculated to be 2.9 ps. Bearing in mind that Eq. (1) is only
approximately valid and that the instrumental contribution was not measured, this is in
reasonable agreement with the measured value of 1.9 ps.

The tunneling current in a RTD can be a result of a resonant, coherent (unneling
current, as in the optical analog of a Fabry-Perot resonator, and/or a sequential, incoherent
tunneling process stemming from elastic and inelastic cnllisions. Originally, the idea of
electrons scattering and sequentially tunneling was used by Luryill to explain the
discrepancy between the measured and expected current of the device. It was pointed out
by Weil and Vinter!? and Jonson and Grincwajg!3 that, in most cases, the tunneling
current is proportional only to the resonant level linewidth I'y and insensitive to the
scattering energy width I'j. The device response time, however, in inversely proportional
to the total energy width of the system, I'y = It + T'j. The measured switching time can be
looked at as an upper limit of the response time of the structure, since the measurement
circuit could only increase the time of response. In our experiments, the device tested had a
geometry such that [y was about 2 meV. The resulting device response from resonant
tunneling alone (t = 2hI") could therefore be of the order of a single picosecond. Thus we
can make no statement about the importance of sequential tunneling from this measurement.
However, if a RTD with a much smaller ['; were to show a switching time of a picosecond
or so, then we could conclude that sequential tunneling was the dominant transport
mechanism, since this process would give us the very fast response commensurate with the
collisionally broadened I7.

In conclusion, we have used the electro-optic sampling technique to measure the
fastest switching event yet for an electronic device. The switching speed of the RTD is also
comparable to the one observed in the fastest optical bistable devices. The similarity in the
observed performance of the electronic and optical bistable devices is not surprising
considering the fact that the switching time is limited by the round-trip time in the Fabry-
Perot resonant cavity. That is, the nanometer dimensions and slow electron velocity of a
RTD provide comparable round-trip times to those obtainable with the submicron
dimensions but higher photon velocities of multiple quantum well optical devices. This
illustrates just how similar electrical and optical resonators are, and how the response of
electronic devices 1s catching up to the supposedly faster optical devices.

2. Tunneling Escape Time of Electrons from a Quantum Well Versus Field - T.B.
Norris, G. Mourou, R.S. Knox (Rochester), X.J. Song, W.J. Schaff, L.F.
Eastman, G. Wicks (Cornell).

There has been much theoretical work regarding the time dependence of tunneling;
however, very little time-domain experimental work has been done. Tsuchiya et al 1! have
studied the decay of an electron localized between two thin barriers in a single GaAs/AlAs
quantum well (QW) siructure using a technique of picosecond time-resolved
photoluminescence (PL). They found that for sufficiently thin barriers, the PL decay time
matched the tunneling time predicted from the calculated width of the resonant state. Of
course, in the double-barrier structures commonly studied, a strong electric field is applied
perpendicular to the QW plane. In the semiclassical model, the tunneling rate 1/77 can be
expressed as the product vT of the frequency v of the electron collisions with the barrier
and the tunneling probability T through the barrier. The tunneling coefficient T is expected
to decrease strongly with an applied field, and consequently an increase in the tunneling
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rate should be observed. We have investigated this field dependence using time-resolved
PL.
The PL decay rate can be expressed as

UT =1/t7+ l/1g, (2)

where 1R is the electron-hole recombination (radiative and nonradiative) time, which is of
the order of a few hundred picoseconds subject to trap levels and the injected carrier
density.12-14 However, the escape timer is quite independent of those effects and would
be equivalent to the measured PL decay time if it were much faster than 7g. The QW
structure is designed so that 77 lies between the streak camera limit (20 ps) and the
recombination time (subnanosecond).

The structure of the samples under study is shown in Fig. 6. A single 30 A GaAs
QW is bounded on one side by a thick (0.2 um) AlxGaj.xAs barrier, and on the other side
by a thin AlyGaj.xAs barrier and a 0.1-pum-thick GaAs region. This undoped structure was
clad between 0.1 um p* cap layer and a 1 um n* buffer layer grown on top of the semi-
insulating (SI) substrate. Tunneling is only possible through the thin barrier beneath the
Qw.

The samples were held in a cryostate at a temperature of about 6 K. The PL was
imaged through a 0.32 m grating monochromator (300 |/mm grating) onto the entrance slit
of a Hamamatsu synchroscan streak camera with a two-dimensional intensified detector
array. In this way we could obtain the time-resolved PL spectrum with a time resolution of
approximately 20 ps; a typical data run is shown in Fig. 7.

Our experimental results may be understood with a straightforward semiclassical
model. In general, the tunneling time of bound electron through a barrier may be
approximately expressed as

b
rr=ccxp(%3\/2m (V-E-Fz)dz} 3)

where b is the barrier thickness, F is the applied field, and c is a constant. 3

We have calculated the integral for our sample parameters; the results are the solid
lines in Fig. 7. We have made an approximation that ¢ and E do not change appreciably
with the electric fields considered here. The proportionality constant was obtained by
calculating the ransmission coefficient T for a barrier under flatband conditions, and using
the relation 77 = (vT)-! for the tunneling time at zero bias. The expression for the
transmission coefficient under flatband conditions is

T= 4r(V - E)E @)

[(r-1)E + V]2 sinh2[ (b /WW2mp(V-E)] + 4r(V - E)E’

where r = mg/my, and mg(my) is the effective mass in the barrier (well). Also, the
oscillation frequency of the electron in the well is given by

v=(l/d)VE2mw . &)
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For our structure, v is 1.3x1014s-1. We have assumed that 65% of the total band offset is
in the conduction band. The results were t1(0) = 809, 277, and 17 ps for the 121, 111,
and 85 A barrier samples, respectively.

The curves plotted in Figs. 7(a) and 7(b) use the calculated values of the zero-bias
tunneling time; hence there are no free parameters determining these curves. For the
theoretical curve in Fig. 7(c), we have assumed the zero-bias tunneling time of 65 ps rather
than the calculated value of 16 ps. For the field dependence on the bias voltage, we have
simply used for these curves F = V/d, where V is the applied voltage and d is the depletion
width determined by C-V measurements. We find that the field obtained at -2V bias was
5x104V/cm. It should be noted that a quantitative fit to the data is difficult because small
uncertainties in MBE growth rates and band offset values will result in large differences in
the calculated tunneling rate. Furthermore, a precise determination of the electric field at the
location of the quantum well is very difficult. It should also be noted that we have not
considered the effect of the exciton binding on the tunneling rate16; this may be important
for structures with narrow barriers. Nevertheless, it is apparent that the simple theoretical
expression (2) properly displays the field dependence of the tunneling rate.

We finally note that our time-resolved PL spectrum data allow us to also measure
the PL Stark shift with applied field. We have studied one structure which showed no
measurable tunneling (b = 85A and x = 50%), and the usual red shift of the PL with
applied field was observed.!” However, in all tunneling samples discussed here, a small
blue shift was observed (peaking at about 3 meV for fields in the range 2-4x10% V/cm). To
our knowledge, this is the first observation of a blue shift in the PL from a quantum well
with an electric field; further study is necessary to determine the physical origin of this
shift.

In conclusion, we have observed an increase in the tunneling rate of bound
electrons through a thin barrier in the presence of a perpendicular electric field. The
behavior of the tunneling rate versus electric field is in good agreement with the predictions
of a semiclassical model. This measurement is important for the complete understanding of
the dynamics of tunneling in double-barrier heterostructures.

3. Transport in Asymmetric Coupled Quantum Well - T.B. Norris, G. Mourou,
R.S. Knox (Rochester) X.J. Song, L.F. Eastman (Cornell)

We have observed the direct observation of the buildup of a "charge-transfer" (CT)
state via electron and hole tunneling in opposite directions in GaAs/Al,Gaj.xAs double QW
structures.

The double-QW structures used in this study are of a novel design, where the two
QW's are of different widths, but the Al composition of the wider QW is adjusted so that
under flat-band conditions the electron energy levels of the two wells are very close to
resonance, and the hole energies are sufficiently different so that the PL energies of the two
wells separated.18.19 A 58-A Alg 15GaggsAs QW (QWI) is coupled to a 26-A GaAs QW
(QW?2) through an Alp 45Gap 55As barrier. Two samples were grown for this study:
Sample A has a thin (43-A) barrier so the electron states are somewhat delocalized over the
two wells, and sample B has a thick (86-A) barrier so the electron states are strongly
localized in each QW. Twenty-five periods of the double-QW structure were grown on an
n*-type GaAs substrate and nt+-type GaAs buffer layer. A semitransparent Al Schottky
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contact was evaporated on the top surface so that the effect of an electric field applied along
the growth direction could be studied. The calculated band diagram and electron and hole
states for sample A are shown in Fig. 8 for both flat-band and reverse-bias conditions.

The samples were held in a cryostat at a temperature of 6 K. Photoexcitation was
provided by picosecond pulses from a synchronously pumped dye (Pyridine 1) laser. We
estimate that each laser pulse injected a carrier density of approximately 1011 cm-2 in each
well.

CW PL spectra are shown for both samples in Fig. 9. For sample B the w; and w,
transitions are about the same magnitude, but for sample A, the ®; intensity is much
smaller than for wp, indicating stronger tunneling processes for this sample, as will be
discussed below.

Time-resolved spectra for sample B (thick barrier) are shown in Fig. 10 for 0 and -
8 V bias. The spectra show the scattered pump light (defining the time origin) and two PL
lines corresponding to recombination within each of the two wells. The high-energy PL
line corresponds to the QW1 transition, and the lower-energy line to QW2. The PL rise
and decay times change very little with applied bias, and the Stark shift of the PL peaks is
observed to be a few meV to the red as expected.21-22 In the CW PL spectra shown in Fig.
11, however, we observe a third PL peak which shifts strongly and approximately linearly
towards the red with applied bias. In the narrow barrier sample (A) this peak appears even
more clearly in the CW spectra and presents a stronger Stark shift. The origin of this peak
can be elucidated by examining the time-resolved PL spectra for the thin barrier sample; the
line comes from radiative recombination between electrons in QW1 and holes in QW2,
which we refer to as the charge-transfer (CT) state.

A selection of the time-resolved PL spectra versus applied bias voltage is shown in
Fig. 12 for sample A. At low bias one sees the scattered pump light and two PL lines
corresponding to the @) and w) + wcT transitions. It should be noted that at resonance the
PL of QW2 and the CT state have the same energy. As the electric field is increased, the
2 and ot lines separate and wcT is strongly Stark shifted to lower energy. The Stark
shift of this long-lived PL component is approximately linear with applied bias. The strong
red shift and long decay time indicated that this PL is, in fact, the result of recombination of
electrons and holes in the CT state. The CT state is built up by electrons tunneling from
QW2 to QW1 and holes tunneling from QW1 to QW2. The long lifetime is the result of the
small overlap of the electron and hole wave functions, but the Ct luminescence is
nevertheless observable due to the nearly complete charge separation that takes place. This
explains why the CT luminescence is observable in the CW PL spectra but not in the time-
resolved spectra for sample B. In this case the charge separation is no so strong due to the
much slower electron and hole tunneling rates between the wells, so although the long-
lived radiative recombination is observed as a line in the CS P1 spectrum, the instantaneous
intensity is low and therefore extremely weak on the time-resolved spectrum.

In summary, we have performed time-resolved and CW PL spectroscopy on a
novel double-QW structure, and have directly observed luminescence from a charge-
transfer state, where the charge separation occurs by electron and hole tunneling in opposite
directions induced by the electric field.

C. Electron-phonon in Metal
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We report results obtained using amplified 150-300-fs laser pulses to resolve in
time the electron-phonon relaxation by monitoring of the laser-heating-induced modulation
of the transmissivity of thin copper films. The time resolution was sufficient to resolve
electron-phonon coupling in copper. In addition, the laser energy (up to 0.3 uJ per pulse)
was sufficient to produce up to a few thousand degrees electron and lattice temperatures.

The experimental setups in shown in Fig. 12 observed time-resolved transmissivity
of a 200 £ 50-A copper film at A = 620 nm during laser heating ( ~ 300 fs FWHM) for a
variable pump-probe fluence is shown in Fig. 14. The initial response of the transmissivity
appears to be integration of the heating pulse. The rise time of the initial transient was
shorter for ~ 150-fs (FWHM) heating pulses, consistent with the above-mentioned
observation. The decay of the fast transient was found to be 1-4 ps, increasing with the
heating-pulse fluence. This effect is due to larger differences between electron and lattice
temperatures for higher fluences; thus, more electron-phonon collisions are required for
thermalization. A much slower decay of the lattice temperature (mainly due to diffusion)
was observed following the initial fast transient. Possible effects due to modulation of the
optical properties of the substrate during laser heating were checked by the performance of
the experiment with an uncoated glass slide. For conditions used in Fig. 14 and for our
resolution limit, no modulation of the transmissivity of the substrate was observed.

For conditions used in the present work where the laser pulse width was shorter
than the electron-phonon relaxation time, the time evolution of the electron and lattice
temperatures can be described by two coupled nonlinear differential equations.23

Ce(Te) % = kAT, - G(T, - T) + Po(r.0), ©
and
CioTior = G(T, = T)). @)

The electronic heat capacity, C¢(Te), is proportional to the electron temperature [Ce(Te) =
9.6.6T, J/m3.K].24 The first term on the right-hand side of Eq. (1) represents thermal-
conductivity losses. As a result of the thin-film geometry used in our work, thermal
conductivity is thought to have a negligible contribution at the time scales of interest (few
picoseconds after the laser-heating pulse) and can be ignored. The second term in Eq. (1)
represents electron-phonon coupling. The coefficient of heat transfer between the electrons
and the lattice,25 G, is assumed to be constant for our experimental conditions and is
obtained by a comparison of the experimental data with the model. The third term in Eq.
(1) represents the laser-heating source. Measurements showed that at A = 620 nm, 5% of
the normally incident radiation is absorbed in the copper film at room temperature. Small
deviations in this value due to laser heating are ignored in the present model. In the present
calculations, the lattice heat capacity, Cy, had a value of 3.5x106 J/m3-K.24

Equations (1) and (2) were solved numerically. Time evolution of the electron and
the lattice temperatures for different values of electron-phonon coupling constant, G, and
for conditions used in Figs. 14(b) and 14(e) are shown in Figs. 15(a) and 15(b). The
laser-heating pulse was assumed to be Gaussian with a FWHM = 0.3 ps and peaking at 1
ps. Clearly, the electron-phonon relaxation time is strongly dependent on the value
assigned to G and increases with a decrease in the electron-phonon coupling constant. In
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addition, the electron-phonon relaxation time was found to increase with the applied
heating-laser fluence which is consistent with the experimentally observed results. Since
the electron-phonon relaxation times considered in the analysis are larger than the laser-
heating pulse width, the peak electron temperature had only a small dependence on the
value of the electron-phonon coupling constant. Although the equilibrium electron and
lattice temperatures predicted by the model were directly proportional to the heating-laser
fluence, the peak electron temperature had nearly a square-root dependence on the laser
fluence. Indeed, deviation from this square-root dependence is due to the fact that some
electron-phonon energy transfer does take place during the laser-heating pulse. Thus, this
deviation from square-root dependence is enhanced for larger values of G.

Comparison of the time-resolved thermomodulation-transmissivity measurements
of the time required for the electrons and the lattice to reach equilibrium with that predicted
by the model indicates that G has a value of ~1x10!7 W/m3-K. For a pulse energy of 65
nJ (peak fluence of ~ 3.8x1010 W/cm?2), the model predicts a peak electron temperature of
2200 K and an equilibrium electron-phonon temperature (ignoring conduction losses) of
385 K. Although this simple model seems to be consistent with the experimental
observations, more accurate modeling can include the modulation of the deposited laser
energy due to the thermal modulation of the optical properties of the film, in addition to
accounting for the small dependence of G and C; on temperature.

In conclusion, we have used the thermal modulation of the transmissivity of thin
copper films to measure the electron-phonon relaxation time in copper as a function of
pump-laser fluence at A = 620 nm and as a function of probe photon energy for A = 560 -
640 nm. We have demonstrated nonequilibrium heating with up to a few thousand degrees
difference between electron and lattice temperatures. Additional studies are needed to
actually relate the modulation of the optical properties of metals with electron and lattice
temperatures.

D. Transport in High-Tc Superconductors - D.Dykaar, J. Chwalek, J.F.
Whitaker, T. Hsiang, G. Mourou (Rochester)

Studies of the high-frequency properties of YBCO materials, based on response of
the superconductors to microwave frequency electromagnetic perturbations, are of special
interest, because they can give insight into the exact nature of the energy gap, quasiparticle
excitation, and the pairing mechanism. From the applications point of view, simple
extrapolation of the Mattis-Bardeen theory predicts, for example, distortion-free
propagation of electrical pulses having bandwidths of tens of terahertz. The first published
experiments27.28 were performed on bulk, ceramic samples and showed reasonable
agreement with the BCS theory in the very dirty limit.27 However, the results were very
strongly influenced by the granular, not fully controlled nature of the tested samples.28
Workers at IBM recently reported results with aluminum lines and a YBCO ground
plane,29 showing no absorption for the pulses propagating on the normal aluminum lines.

For an ordinary Bardeen-Cooper-Schrieffer (BCS) type superconductor, the
energy-gap frequency at zero temperature, f;(0) is related to the transition temperature T,
by fc(0) = 3.52 KgT./h, where Kpg is Boltzmann's constant, A is Planck's constant, and
3.52 is a constant which varies from material to material.
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One can easily see that for BCS type behavior the above equation gives a value of
the energy-gap frequency in the tens of terahertz for transition temperatures of = 90 K.
This transition temperature is now routinely achieved in the new YBayCu3O7.x (YBCO)
ceramic26 although the exact nature of the coupling mechanism for the YBCO material is
still controversial.

We report our preliminary studies of picosecond electrical transients propagated on
thin-film, coplanar transmission lines made out of the YBCO material.

The experimental setup, based on the electro-optic sampling technique, was similar
to the one used to study picosecond transient propagation on In coplanar lines,30 and is
shown in Fig. 16. In sample 1, the photoconductive switch was placed on top of the
substrate and wire bonds were made down to the transmission lines. The faster response
measured in sample 2 was due to the planar configuration of the switch and sample which
allowed very short, planar wire bonds from the switch to the input of the transmission line.
The sampling was done in a reflection mode which employed two high-reflection dielectric
coated LiTaOs crystals (located at either end of the transmission lines) which served as the
sampling points for the input and output transients, respectively. In this particular
configuration the wire bonds, together with the contact pads, act as a low-pass filter.
Thus, our electrical pulse rise time (as measured at the "input” LiTaO3 crystal) was limited
to about 15 ps for the first sample and to about 5 ps for the higher speed geometry used in
sample 2.

The measurements of sample 1 were done with the sample immersed in superfluid
helium. For a given switch signal, we carefully measured both the input and output
transients (here we define input and output as measured at the corresponding "input" and
"output” LiTaO3 crystals). This result, shown in Fig. 17, clearly shows that a YBCO
transmission line can support distortion-free propagation of picosecond electrical pulses
over a substantial propagation distance. We could easily propagate undistorted signals
having rf current densities greater than 105 A/cm?, being limited by our ability to produce
larger amplitude input signals. In order to measure the temperature-dependent critical
current, a current density of 4x104 A/cm? was maintained as the temperature was
increased. When the rise time began to decay, the critical current density had been reached
for that value of transition temperature. At this current density the rise time showed no
degradation until a temperature of 17-18 K was reached. For comparison, at room
temperature the same transmission line was characterized by an input rise time of the order
of 150 ps and the output signal was severely distorted and reduced in magnitude by almost
30 times.

In a subsequent experiment (using sample 2) we slowly warmed the sample and
measured the output transient as a function of temperature for a fixed input pulse. As
shown in Fig. 18, there is substantial dispersion in this experiment. The degradation in

_signal rise time (from 5 to = 19 ps) in propagating through the transmission line structure
does not depend on the temperature, which implies that the longer rise times are not due to
the YBCO film but to other loss mechanisms such as substrate loss. For current densities
of 1x104 A/cm?2, degradation of the output waveform did not occur until temperatures > 65
K were reached. These waveforms were then simulated using a previously reported
numerical simulation program, which has been used extensively to model propagation on
ordinary superconducting transmission lines.30 By using loss tangent values as high as
0.17, good agreement is achieved between measured and simulated values of the phase
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velocity versus temperature. The percent change in phase delay, as calculated relative to the
initial delay at a temperature of 1.8 K, is plotted against temperature and is shown in Fig.
19. The percent change was found to be very weakly dependent on the substrate
parameters and very strongly dependent on the YBCO superconducting parameters. For
the simulation, the average dielectric constant = 12, the energy gap (A) is 0.0175eV, T, =
78 K, and the normal state resistivity of 3x10-3 Q cm (taken directly from dc current-
voltage measurements). While different methods yield Aypco = 2.25 kT to 6 kT, the
corresponding gap frequency is so much greater than the frequency content of our signal
that there is a negligible effect on the results due to a variance in A (changing A by a factor
of 2 produced little effect). Also evident in the figure is a slight underestimation of the
delay in the simulations at temperatures near T;. This is likely due to the fact that in the
experiment there are finite current densities and in the simulation it is assumed that the
current density is zero. Zero dc resistance was measured at a temperature of 78 K.

In the first sample, the losses due to the substrate were negligible. This can be seen
by comp:ring the input and output waveforms of Fig. 17 with those of Fig. 18. The
difference in performance of the two substrates appears to be due to the processing
variations that the samples were subjected to. Sample 1 had no defects in appearance while
sample 2 was covered by a residue which may have contributed to the high losses
measured in the experiment.

The high current densities and low attenuation measured in this study are consistent
with a Mattis-Bardeen interpretation using complex conductivities, as these parameters are
virtually constant well into the tetrahertz range. Since the BCS energy gap for a 90 K
superconductor is ~ 20 THz, there should be negligible attenuation in the frequency range
used in this work. However, significant changes in the phase velocity as a function of
frequency would lead to dispersion at "lower" frequencies (a few THz). In addition, modal
dispersion8 becomes an increasingly important distortion mechanism as bandwidth and/or
propagation length increases.

In conclusion, we have presented the first measurements of high-frequency
propagation in thin-film oxide superconducting transmission lines. We demonstrated the
possibility of propagating undistorted signals on such lines at current densities in excess of
105 A/cm? limited by the photoconductive switch. The results were successfully simulated
using Mattis-Bardeen complex conductivities.

II. Ultrafast Techniques

A. Electro-optic Characterization of Devices and Material - D.R.
Dykaar, J. Whitaker, J. Nees, G. Mourou, T. Hsiang, J. Chwalek,
M. Frankel, T. Jackson (Rochester) L.F. Eastman, P. Tasker (Cornell)

1. Normal Temperature

The characterization of both devices and circuits in the millimeter-wave range and
beyond requires instrumentation possessing unprecedented resolution. An external, non-
contact, non-destructive, relatively non-invasive48:49 technique can be used to make rapid
measurements of electrical quantities, including the S-parameters of a circuit or device.
This external electro-optic sampling technique closely approaches the ideal probe for
integrated circuits: applicability to circuits fabricated on any substrate; high temporal
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resolution so that one measurement can cover all frequencies of interest; high spatial
resolution for ease of testing small structures; no contact requirements so that probing of
internal nodes may be accomplished; low perturbation of signals in the circuit; table-top,
room temperature test environment; compatibility with low-temperature testing.

The probing technique indicated employs an extremely small electro-optic crystal
as a proximity electric-field sensor, determining electric potential by measuring the strength
of the fringing electric field.

The positions of the electro-optic probe beams for two different sampling
configurations are shown in Fig. 20(a). The transverse crystal, which would be made of
lithium tantalate (LT), is used to measure a fringing e-field perpendicular to the probe
beam, while the longitudinal crystal, fabricated of deuterated potassium dihydrogen
phosphate (KD*P), is used to measure field components that are parallel to the probe beam
(perpendicular to the surface of the electrodes). When the latter tip is used, the most
accurate measure of the potential of that electrode carrying the broadband waveform is
obtained. Figure 20(b) indicates the relative field strength measured over each of the
electrodes of a coplanar waveguide using the two electro-optic probes. The longitudinal
probe, which may be reflected off of an electrode rather than a high-reflectance coating as
shown in Fig. 20(a), is seen in Fig. 20(b) to measure the e-field corresponding to +V only
over the extent of the center conductor. The transverse probe tip, however, is used to
measure the field normal to the probe beam so that +V is only found over a small range of
position directly between the electrodes. The longitudinal tip therefore is able to determine
the voltage much more quickly and accurately by sensing the e-field over an arbitrary
position of a line, while it is also immune to cross-talk fields from neighboring
transmission structures.

The external electro-optic testing technique has been applied to several integrated
circuits in order to prove its utility. The first of these to be discussed is a digital circuit, a
GaAs selectively-doped heterostructure transistor prescaler. In this case, waveforms on a
transmission line with 4-pm features at the output of the input buffer of the circuit were
measured. The buffer consisted of two banks of three inverter stages, each generating
clock and complementary clock output signals. Each inverter consisted of two transistors,
one for switching and one for an active load. Measurements were made at this internal
node of the circuit on small lines in order to show that signals could be proved with
excellent spatial resolution at points inaccessible to conventional "Cascade-type" proves.
Fig. 21 demonstrates the buffer output when a 1.0-GHz continuous signal is input to the
circuit, and the dc bias is varied from above the switching threshold of the inverter chain
(where Vi, for each inverter is 0.4 - 0.5V) to below threshold.

A 1.0-GHz clock waveform was also measured on-chip across a 4-im space
between an input clock line and an adjacent power supply line in a high-speed NMOS
silicon 12-bit muliplexer. This sine wave, shown in Fig. 22, is an example of a non-
contact, electro-optic measurement of a signal in an integrated circuit having a non-electro-
optic substrate material. (i.e., not GaAs, as used in ref. 50). The clock signal was
approximately 200 mV peak-to-peak, and it was generated by phase-locked microwave
driver circuitry and scanned at a 1-kHz rate. In this particular case, 100 scans have been
averaged in 400 ms and an excellent signal-to-noise ratio has been obtained.

Measurements were also made on several millimeter-wave, monolithic microwave
integrated circuits (MMIC). In this case the signal to be measured was not a synthesized
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sinusoidal waveform, but rather it originated at the output of a photoconductive switch
excited by another 80-fs laser pulse split off from the optical probe beam. Electrical signals
with extremely short rise times can be generated in this fashion3!. These step impulses
were introduced to the first-gate of 0.4um-gate-length MESFET in Texas Instruments 100-
mW, single and double stage power amplifier MMICs. The output electrical signals were
then probed above the microstrip transmission lines at the outputs of the amplifier stages.
Fig. 23 displays the Fourier transforms of the measured time-domain waveforms for three
different drain voltages in the signal stage MMIC. Similar waveforms were obtained at the
outputs of the first and second stages of the two-stage amplifier, with the latter exhibiting
greater amplitude. Gain over a narrow band centered at 32.5 GHz was observed. In this
case an optical rail provided the variable delay between the probe beam and the excitation
beam for the photoconductive switch. Each scan of the delay between the probe beam and
the excitation beam for the photoconductive switch. Each scan of the delay rail provides
data points that are displayed versus time on a signal averages; a scan normally takes
seconds to complete.

We have demonstrated that the technique of external electro-optic sampling can be
useful for probing microwave signals on integrated circuits fabricated on arbitrary
substrates, having various open-boundary electrode configurations with few-micron
dimensions. In addition, it has been shown that the electro-optic probe tip can measure
voltage values on an integrated circuit chip, even in areas where physical contact made by a
test instrument would be inappropriate. Measurements in excess of 100 GHz are easily
within the capabilities of the electro-optic sampling technique, as future work will prove.

2. Electro-optic sampling for cryogenic electronics

We report the cryogenic implementation of the electro-optic sampler and its
applications to testing superconducting devices and circuits. The design represents a
natural extension of the room-temperature system into the low temperature environment.
All performance parameters of the room temperature version of thc sampler, such as
subpicosecond resolution and microvolt sensitivity32 are either improved or remain
unchanged in the cryogenic version. The measured temporal response of less than 400 fs
represents the fastest electrical transient ever measured at cryogenic temperatures.

In our first attempt, a simple setup was designed using a coaxial-type geometry
with the sampling crystal placed in a cut cable just above the liquid helium level.53 Using 2-
mm (0.085 in.) diameter semirigit coaxial cable and 40 GHz connectors, a systermn rise time
of 16.4 ps was measured. This relatively slow response was a direct result of the long
cables (about 1m) required to route the signal from the room-temperature switch into the
dewar.

The next step was to integrate the switch and the sampling crystal.34.55 Several
structures were considered. The reflection mode geometry 34 was tried first. In this
geometry the sampling crystal is coated with a dielectric reflective coating. The gapless
structure allowed the switch to be defined by the laser excitation beam spot rather than by a
predefined gap made into the switch. In addition to allowing very short propagation
distance, this structure provided flexibility in changing the propagation path length. A
sampler made in this geometry, using lead electrodes, had a measured rise time of 1.8 ps at
room temperature. However, it became apparent that it was difficult to properly align the
laser beams inside the dewar, and so different geometries were explored. (We note that a
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similar design has been adopted recently by Gallager et al36 who took full advantage of the
gapless structure).

The final geometry chosen for most of the experiments is a coplanar transmission
line. This geometry has also been used at room temperature, with a measured rise time of
460 fs.55 In this design, the switch and sampling crystal were edge-polished until a mating
surface was produced with micron uniformity. These were then glued down onto a
microscope slide, and surface polished. The resultant structure was so uniform that metal
electrodes could be evaporated continuously across the interface. The sampling test
structure was fabricated using photolithographically defined 20 um indium lines. The
measured time resolution of this test structure was 360 fs, as shown in Fig. 24.

Most electrical signals of interest are in the volt or even millivolt range, whereas
the halfwave voltage for the modulators (Pockels cell) used is in the kilovolt range.
Significant sensitivity enhancement is therefore needed.

The first step is provided by the laser itself. With a repetition rate of 100 MHz,
small signals can be quickly integrated by the photodiodes into large ones. Next, a lock-in
amplifier is used to move the integrated diode signal into a frequency regime of low
electronic noise.

The lock-in amplifies a particular frequency used for modulating either the bias of
the photoconductive switch or via an acousto-optic modulator, the excitation pulse train.
Our latest version uses a mixing technique in conjunction with the low-frequency, high-
sensitivity lock-in amplifier, which allows detection of signals in the 2-4 MHz region. The
advantage of this scheme is that the modulation frequency can now be chosen to be above
the 1/f region of the CPM noise spectrum (with the 1/f noise "floor" at about 2 MHz). As
in the previous low-frequency measurement scheme,52 a differential measurement is made
using the two polarizations from the final polarizer to increase the signal to noise ratio. The
photodiode loads are properly adjusted to maximize diode response at the modulation.

3. Time-domain Reflectrometry using the Electro-optic sampling technique

In general, the time-domain reflectrometer (TDR) consists of a step or impulse
signal source, a directional coupler and a waveform acquisition device. An electrical
waveform propagates from the pulse generator to the device under test (DUT), and the
acquistion device detects the waveforms incident on and reflected from the DUT input for
subsequent analysis. There are, however, several problems inherent in this
implementation. For example, the measured waveforms differ from the true incident and
reflected waveforms due to attenuation, dispersion and the time delay caused by the section
of transmission line between the DUT and the plane of observation. In addition to
correcting for these transmission-line effects, the effect of wafer probes, wirebonds,
connectors, attenuators or other waveform-distorting elements which lie in the signal path
must be de-embedded from the data. While it is desirable to locate the plane of observation
of the sampling instrument at the DUT transmission-line interface to minimize these effects,
the resulting temporal overlap of the incident and reflected waveforms makes it impossible
to observe the DUT response. It is these problems that we address with the electro-optic
approach.

In our specific implementation a coplanar waveguide and a photoconductive switch
were fabricated using a lift-off process from 1500A-thick gold on a semi-insulating <100>
cut GaAs substrate. The lines were 3 cm in length with the switch positioned 1 cm from
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one end of the waveguide as pictured schematically in Fig. 25. For simplicity, an open-
circuit termination was substituted for the DUT.

The electro-optic waveform acquistion was performed as follows. A compressed
picosecond pulse from a frequency-double YAG laser (A = 530.2nm) was focused on to
the 10 wm switch gap which was biased with a 100 kHz sine wave. The resulting optically
generated carriers in the gap produced an electrical transient on the central waveguide
conductor which propagated away from the switch on both directions on the waveguide.
The electro-optic sampling was realized using the sub-bandgap (A = 1.06pm) laser pulse
to probe the electric field emanating from the central conductor of the waveguide. The
signal was then processed by a signal averager and lock-in amplifier. Since the excitation
and sampling laser pulses originated from the same source, they were precisely
synchronized yielding jitter-free waveform acquisition.

As the symmetrically propagating pulses travel on the waveguide, they undergo
equal degrees of attenuation and dispersion per unit distance given that the waveguide has
uniform propagation characteristics over its length. Therefore, the waveform which arrives
at point b in Fig. 25 will appear identical to the waveform arriving at point a, and by
electrooptically sampling the waveform at point b, the waveform incident on the DUT is
predicted. The reflected waveform is then obtained by subtracting the incident waveform
from the waveform obtained at point a.

To test this concept we acquired the waveforms from our experimental set-up at a
distance of 7mm on each side of the switch. As can be seen in Fig. 26 good agreement in
the waveshapes was observed until the reflection from point a occurs at approximately 120
ps.

In contrast to the conventional TDR, the advantages of this approach can be
enumerated as:

(i) Sampling is performed directly at the device/transmission line interface. As a
result, de-embedding of the transmission line response is not required.

(ii) Device biasing may be applied on the end of the transmission line opposite the
DUT, and, excluding wirebonds, no circuit elements lie in the signal path.
allowing waveform acquisition with a low degree of distortion. For GaAs
devices, transmission lines may be fabricated on a common substrate with the
DUT, eliminated the need for direct wirebond connections to the DUT.

(iii) The photoconductive switching and electro-optic sampling approach to time-
domain reflectometry allows generation and acquisition of subpicosecond rise-
time waveforms. Experiments may thus be conducted with signal bandwidths
exceeding 100 GHz.

4. Short Pulse Generation - J. Whitaker, M. Frankel, S. Gupta, G. Mourou
(Rochester)

We present a technique for generating picosecond electrical pulses that does not
rely on reducing carrier lifetime. We demonstrate this technique with semi-insulating
GaAs, and it can be simply incorporated into any III-V semiconductor-based integrated
circuits.

In transmission line structures discontinuities are usually detrimental since they
distort the propagating signals. However, these signal-shaping properties can be used to
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advantage. Specifically, inductive shunt and series capacitance discontinuities can produce
pulses in response to step excitations. For our experiment, the transmission line used was
a 50Q Au/Ti coplanar waveguide on semi-insulating GaAs, with a 40 um, centre
conductor, 200 pum ground conductors and 25 pm conductor separation. A
photoconductive switch gap was included in the centre conductor to generate the step
excitation. The photoconductive switch, the signal-shaping discontinuity, and the
waveguide terminations were each separated by 2 mm, providing a ~ 35 ps temporal
measurement time window clear of reflections. The photoconductive switch was biased at
20V.

The inductive shunt discontinuities, shown in Fig 27A, were incorporated into the
structure as transverse segments connecting the central and outer conductors. Three
different geometries were investigated to determine the influence of inductance on the signal
characteristics: a 5 pm-wide meander line with a 10 um loop size, a S um-wide element
and a 20 pm-wide element.

The series capacitance discontinuities were incorporated as gaps in the
transmission line conductors. We investigated two structures, shown in Fig. 27(b): a
ground line capacitor with a 10 um straight gap, and an interdigitated capacitor in the centre
conductor with a 5 um gap, 10 um fingers and two finger intervals. Fig. 27(a) shows a
typical step-like excitation used as the input to the discontinuity measured 200 um form the
photoconductive switch The risetime of this waveform at the discontinuity is 2-8 ps. Fig.
27(a) also shows the measured signals 200um after the inductive shunts, with geometrical
details of the corresponding shunts. The negative afterpulse in these waveforms is due to a
finite decay time of the incident excitations, and the ringing can be attributed to the parasitic
capacitances present in the shunt discontinuity. The pulse duraction of 3 ps FWHM is
nearly independent of the inductance, whereas the amplitude increases with increasing
inductance. This behavior will be confirmed by the model presented later in this paper.

Fig. 27(b) shows the same excitation signal, as well as the signals 200 um after
the series capacitance discontinuities, with details of the corresponding discontinuity
geometries. The discontinuity with the smaller capacitance shows pulse formation,
whereas the one with larger capacitance does not. This is due to the fact that the large
capacitance does not present a significant discontinuity for the propagating signal. Note
that for a series capacitance the ringing is absent due to the negligible parasitic discontinuity
inductances.

We have modelled the behavior of these discontinuity elements using lumped
element analysis. If we assume an ideal step excitation with a risetime T and amplitude
Vin, in maximum output pulse amplitude Vou and normalized duration Tswhm can be given
as

Vour= Vin T(1-e1/T) 8)
tfwhen = T In [CVT + 1] (9)
where the normalized time-constant is given by T = 2Z,C/tise for the capacitive

discontinuity, T = (2L/Zy)/1;ise for the inductive discontinuity, Z, is the waveguide
characteristic impedance and C and L are the discontinuity capacitance and inductance,
respectively.
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From the equations we see that for small T the pulse amplitude increases linearly
with T while the pulsewidth remains approximately unchanged, which agrees with Fig.
27(a). The limit of small T applies to all the investigated shunt inductances and the centre
conductor interdigital capacitance. For large T, as in case of the ground conductor gap
capacitance, the pulse amplitude approaches Vi, while the pulsewidth increases, which
explains the corresponding waveform of Fig. 27(b).

The values of the inductive discontinuity, when considered as finite length metal
strip, can be estimated from Reference 56 and the values of capacitances can be estimated
from Reference 57. These, as well as the values inferred from the experiment are
summarized in Table 1. The close agreement b.iween the calculated and epxerimental
values indicates the applicability of the lumped element approach to the analysis of the
discontinuity performance.

Table 1 Experimental and Calculated Valueds of Discontinuity Elements

Structure Lexp Leal —Cew Caal
pH pH fF fF

20 um shunt 35 4 - -

5 um shunt 10 7 - -

Meander shunt 22 14 - -

Ground gap - - 75 80

Centre gap - - 4 4¢3

In conclusion, we have demonstrated a simple and effective method for generating
carrier lifetime independent picosecond electrical pulses. The minimum pulsewidth is
determined primarily by the risetime of the incident excitation and thus there exists the
possibility of subpicosecond pulse formation. Lumped element analysis provides a good
reference point for the synthesis of the pulse-generating discontinuities.

B. Short Electrical Pulse Propagation - J. Whitaker, D. Dykaar, T.
Hsiang, G. Mourou (Rochester)

The need to increase the speed of response of many systems and components has
led to great advances in the field of ultrafast, very high frequency electronics. Novel
devices operating in the millimeter-wavelength range31-32 and new techniques for the
generation and detection of electrical transients with terahertz bandwidth 33-36 have been
designed. The progress in millimeter-wave integrated analog and digital circuits has led to
the demand for a means to transmit waveforms of short duration from one location to
another while maintaining fidelity. Since it has been discovered that it is difficult to
propagate a signal with broad bandwidth on conventional striplines37-38, it is necessary to
investigate variations on the design of transmission structures - such as the use of
superconducting striplines - and understand how these designs affect electrical signals.
From the circuit point of view, it is desirable to have a design tool developed which is
capable of modeling these new transmission lines.
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We report results measured on indium (In) striplines. Our experiments made use of
the cryogenic electro-optic sampler.39:40, This sair:pler has demonstrated time resolution
of 360 fs, best among samplers reported to date. The experimental geometry is shown in
Fig. 28. A gallium arsenide (GaAs) photoconductive switch was excited by 80 fs full
width at half-maximum laser pulses and used to generate subpicosecond electrical transients
that propagated on a pair of equally spaced striplines, 500 nm thick, 50 pm wide, and
separated by 50 um. This coplanar transmission line was continued onto a piece of 500-
pum-thick LiTaO3 crystal. A second laser beam was then used to probe the induced
birefringence in the crystal. spatial resolution was achieved by directing the probing beam
at different locations along the transmission lines. Typical sequences of the measured
transients, below and above T, are shown in Figs. 29(a) and 30(a). A novel "pulse-
sharpening” was observed immediately following the rising edge for propagation distances
as long as 2 mm. All other dispersive characteristics discussed above were also seen. To
analyze these results we use a procedure similar to that in Ref. 41 with the Mattis-Bardeen
effect added in the consideration of conductivity.

Figure 31 shows the distribution of the fringing field lines for the coplanar
geometry. Since part of the field lines line in helium ( ege=1) and part in the substrate, an
effective permittivity e¢f(f) is used to describe the propagation speed at frequency f, as
v = c/eqifl/2(f), where c is the speed of electromagnetic radiation in free space. At low
frequencies where transverse electromagnetic (TEM) mode propagation can be assumed,*!
a quasi-static analysis has been done to obtain the low-frequency permittivity €(0).42
Full wave analyses are available to generate a closed-form expression for use at high
frequencies when non-TEM modes are present.43.44

Ve, -\ ea®) )

1 + aF-b ’

\I €eff(f) = \jeeft(O)+

where € is the permittivity of LiTaOs3, a and b are geometry dependent, dimensionless
parameters which are set for use with a coplanar analysis, and F = f/fTg is normalized to
the frequency fTE, above which the first non-TEM mode enters in a microstrip. For ovr
particular case a = 23.5, b = 0.9, and the cutoff frequency is found to be about 800 GHz.

Qualitatively, more of the fringing field lines lie in the dielectric at higher
frequencies, leading to a form of €.¢(f) that increases with frequency. Since this effect
covers a wide range of frequency4! (about 4 decades), the faster, low-frequency
components in the signal will "catch up" with the high-frequency components and pulse
distortion occurs, including the pulse sharpening effect if the conductor loss is small.

For a superconductor, the conductor loss is described by the Mattis-Bardeen
expression 0= 0j - i0y, with 0] and 07 calculated from the weak-coupling theory.4 In the
case of normal lines, o7 is just the normal-state electrical conductivity oy, and ©; is zero.

An input transient, vjy(7,0), equal to the time protilc of voltage at the earliest
measurement point (z = 0), can be Fourier transformed to yield an input spectrum F{vig},
io which the propagation factor at each frequency, {f), is applied. The distorted temporal
signal vy (7,2) is then returned after an inverse Fourier transform:

Vout (7,2) =F'1[F{Vin} exp {- ©Nz}]. (1)
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The propagation factor ¥ and the characteristic impedance Zg are related43 to the
series impedance Z and shunt admittance Y, per unit line, as y=VZY and Zg = VZ/Y.
Through substitution, it is seen that

Y=2IZ5()) , (12)
where

Z =2rfupg) + Zs(Hg? (13)

and g and g7 are functions dependent on the transmission line geometry and can be
derived from design equations in Ref. 42. The first term in Eq. (13) is due to the inductive
impedance, while the second, proportional to the conductivity through the surface
impedance, Zs, takes into account field penetration in the conductor (see, e.g., Ref. 43).
Making use of the relation Y = i2nfegeeff/g1, Nf) is now calculated, recalling that
frequency dependence may be derived from the effective permittivity and the Mattis-
Bardeen conductivity. The detailed expressions of these functional dependences can be
found elsewhere 46,47

By definition, the real part of the propagation factor, «, yields the attenuation of the
line, while its imaginary part  produces the phase factor, from which the phase velocity is
found to be vy = 27//p.

Examining Egs. (3) and (4) and neglecting dielectric loss, we have for Y

Y= Re[Acond + i Im[Acond + ¢ Im[Amodal, (14)
where
i Ocond = Re[Ycond - RelZs/Zp()]g2 (15)
an
Beond = Im[Beond = ImlZy/Zp( g2 (16)
and the last term reduces to
Brmodal = Im[Amodal = 27f1C) €t f)- (7

The equations above show that the complex surface impedance always influences
the attenuation and phasc factors of a transmission line. For a normal line, fmodal is much
greater than fiond; it is only when the superconducting energy gap is approached that Bcond
becomes important, adding to Bmodal to cause increase dispersion. That is, below the
energy gap, the propagation phase velocity decreases with increasing frequency in a
fashion similar to that for the modal dispersion effect.

Using the first detected signal (z = 0) as the input, a code was generated from the
algorithm described above to compute the sequential output signals at various propagation
lengths. The results are shown in Figs. 29(b) and 30(b) for superconducting and normal
cases respectively, where it is seen that all of the experimentally observed features are
reproduced by the computation.

The experimental results cannot be simply attributed to the effect of
superconducting complex conductivity alone as demonstrated in Fig. 29(c), where we
show the computed results for the superconducting lines that neglected the Bmodal factor.
In this case, the distortion is significantly underestimated by the computation. On the other
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hand, the close resemblance between the superconducting and normal results [in Figs.
29(a) and 30(a)] indicates that modal dispersion is the dominant effect, until propagation
length and conductor loss become significant.

A final point to note is that, in obtaining the waveforms in Figs. 29 and 30, we
have used an experimentally determined vaiue (from time delay measurements of transients
propagated over different distances) of € #(0) = 10. This leads to a calculated value for
high-frequency effective permittivity4< of approximately 20. This latter number
corresponds to about half the static permittivity of LiTaO3(e, = 43), and this indicates that
thee, term in Eq. (1) probably should be replaced by &g() for coplanar striplines to
represent the high-frequency effective permittivity. While this conjecture appears
reasonable physically, we do recognize that it somewhat contradicts the results of Ref. 44,
although the differences may be accounted for in some of this reference's fitting
techniques.

In conclusion, we have presented experimental results and theory on the
propagation characteristics of picosecond electrical transients on coplanar transmission
lines. We showed that, in order to describe all of the experimental observations, both the
effects of modal dispersion and superconducting complex conductivity must be taken into
account. An algorithm has been outlined for accurately describing the picosecond transient
propagation in both superconducting and normal lines.

C. Picosecond Reflection High-Energy Electron Diffraction
(RHEED) - H. Elsayed-Ali, G. Mourou, S. Williamson, R.S.
Knox, Hsiu-Chen (Rochester)

The study of surface phase transitions and reactions is a rapidly maturing science
from both theoretical and experimental points of view. The advancement of such
knowledge, however, requires the development of a direct time-resolved surface structural
probe capable of monitoring the complex processes of surface phase transisitons and
reactions. We report on the demonstration of reflection high-energy electron diffraction
(RHEED) with photogenerated picosecond electron pulses. Due to the synchronization of
the electron pulses with the laser source, such as technique provides a picosecond time-
resolved surface structural probe.

Electron diffraction (both high energy and low energy) provides a "natural" surface
probe that is well developed and has been utilized for many decades in surface studies.
Construction of a picosecond transmission electron diffraction apparatus was accomplished
a few years ago.5® This technique was applied to study the dynamics of laser melting of
free-standing thin aluminum films.59 Subsequently, a nanosecond low-energy electron
diffraction (LEED) apparatus was developed and utilized in surface temperature
measurement during laser annealing of germanium.%0 In such a setup, due to the low
electron energy, space-charge effects severely limited the ability to observe the diffraction
pattern. It was estimated that, on the average, only one electron per shot was reflected
from the surface.%0 Thus, averaging over a very large number of shots was required in
order to obtain meaningful data. This limitation precluded the use of this technique to study
nonrecurring surface structural phenomena. In contrast, due to the much less severe space-
charge limitations in picosecond RHEED, we have demonstrated that excellent quality

25




CF 49620-87-C-0016

surface diffraction patterns could be obtained with a total exposure time on the order of 100
ps.

The picosecond electron diffraction system, is a modification of the previously
described system.58.59 The photocathode was ~250 A gold film deposited on a sapphire
window by conventional evaporation technique. Such a photocathode was rugged enough
to withstand months of operation with repeated exposure to the atmosphere. A circular
aperture of 0.25 mm diameter located 1 mm form the photocathode was used as an
extraction electrode. The extraction electrode was followed by a focus electrode and an
anode which was located 140 mm from the photocathode. The specimen was mounted on
a manipulator providing linear motion, rotation, and tilt. The diffraction pattern was
amplified by a microchannel plate and observed using a P-47 phosphor screen deposited on
a fiber-optics faceplate which provides near to zero distortion of the diffraction pattern.
The system was typically operated at a pressure of ~2 x 10-6 Torr.

The photocathode was activated by ultraviolet light from a frequency quadrupled
Nd:yttrium aluminum gamnet (Y AG) regenerative amplifier (an injection-locked multipass
amplifieré!). This system provided ~0.4mJ pulses at 1.06 um and a pulse width of 120-
160 ps. The repetition rate of the regenerative amplifier could be varied form a single shot
to 1.5 kHz with shot-to-shot stability better than 5%. Only a very small fraction of the
output of the regenerative amplifier was frequently quadrupled (<10-3); thus the 1.06um
fundamental wavelength contained almost all the energy and could be utilized for sample
heating. The frequency quadrupled Nd:YAG (A = 0.266um) was incident normal to the
photocathode and had ~0.1 mm spot size diameter on it. The electron replica of the UV
pulse, generated at the photocathode, was swept by the extraction aperture and further
accelerated and focused in the focus electrode to a focal spot of ~ 0.8 mm on the phosphor
screen. These electrons were incident in a grazing angle on the surface of the specimen and
Bragg diffracted giving a RHEED pattern.

Figure 32 shows a RHEED pattern of a cleaved surface of a sodium chloride
crystal obtained using a single electron pulse and after averaging 50 pulses. The electron
energy was 25 keV and a field of 23 kV/cm was applied between the photocathode and the
extraction electrode. Although the number of electrons per pulse, measured by a Faraday
cup and a picoammeter, was found to be directly proportional to the UV intensity on the
photocathode, space-charge-induced temporal broadening of the electron pulse with
increased UV intensity was observed. Measurements of the electron pulse width were
accomplished by operating the diffraction system as a streak camera with the streak voltage
supplied by a laser activated Cr:GaAs photoconductive switch.62.63 For conditions used in
Fig. 32 the electron pulse width used to obtain a RHEED pattern was measured to be ~200
ps. The number of electrons delivered to the specimen per pulse was ~ 5 x 103, As seen
form Fig. 27(a), good RHEED patterns could be obtained even with a single electron
pulse. This makes the study of nonrecurrent events possible. Better quality diffraction
patterns could be established by averaging several pulses as shown in Fig. 27(a).
Extension of the present technique to a few picoseconds, or even subpicosecond,
resolution should be possible by pulse compression of the driving laser and by
minimization of electron temporal broadening.64.65

For studying recurrent events, it would be advantageous to operate the picosecond
RHEED system at a high repetition rate. The persistence time (decay time to 10% peak
value) of the P-47 phosphor is 0.15us. Thus, megahertz operation is possible using a
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continuous mode-locked laser as a driver The primary limitation on repetition rate in the
present system is due to microchannel plate "dead time"66 (time needed to replenish the
charge in the channel wall). This depends on operating conditions and typically allows
kilohertz operation. With increased exposure time, however, the microchannel plate
amplification stage could be removed.

In summary, we have demonstrated the technique of picosecond time-resolved
reflection high-energy electron diffraction. This technique represents a direct time-resolved
surface structural probe limited to the first few monolayers and synchronized with the
driving laser source. Application of this technique could include the study of surface
structural and chemical changes. We are currently constructing a picosecond RHEED
system operating in ultrahigh vacuum. Future experiments will include the study of surface
phase transformations and chemical reactions.

We have performed measurements of the surface Debye-Waller effect with a few
hundred picoseconds time resolution on a Pb(110) crystal. The system was operated at 8
Hz repetition rate. The laser heating pulse, which was incident normal to the sample, had
an energy of 15-16mJ with a spot size of ~1.2 cm FWHM (sample diameter 1.1 cm).

The time-resolved results were related to the lattice temperature by observing the
diffraction intensity changes under static heating conditions and comparing with the
intensity changes due to laser heating. The validity of this temperature calibration was not
directly tested. However, this calibration should hold for time scales longer than that
needed for equilibrium to be established between the electrons and the lattice. In metals, at
room temperature or higher, this typically occurs within a few picosecond.67

Results for two different experimental runs are shown in Fig. 33 along with the
decay of the surface temperature rise obtained from a heat diffusion model68

C[dT(z,t)/dt] = K[d2T(z,t)/dz2] + I(1-R) cie-O2f(t). (18)

where C is the heat capacity per unit volume, T(z,t) is the temperature profile at distance z
normal to the sample surface, t is time, K is the thermal conductivity, I is the laser peak
intensity, o is the absorption per unit length, and f(t) is the time dependence of the laser
pulse which is assumed Gaussian with e-! full width of 420 ps (based on a streak camera
measurement).

The surface temperature rise obtained using the transient surface Debye-Waller
effect on the picosecond RHEED pattern shows general agreement with that predicted by a
heat diffusion model (Fig.33). An uncertainty in the model, however, is the value of the
reflectivity and absorptivity for which we relied on published results for the complex index
of refraction. Nonlocal effects on the thermal conductivity which arise if the temperature
gradient is significant within a mean free path of the heat carriers,6%.e., hot electrons,

_were not included. Such nonlocal effects were shown to reduce heat conductivity.69

We have demonstrated the use of picosecond RHEED as a time-resolved surface
temperature probe. The temperature measurement is based on the surface Debye-Waller
effect which results in a reduction of the number of elastically scattered electrons with
lattice heating. Time-resolved measurements of the picosecond laser heated Pb(110)
surface showed general agreement with a heat diffusion model.

The technique of picosecond RHEED offers both surface selectivity and
temperature sensitivity. In addition to its utilization as a time-resolved structural and
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temperature probe of fast surface processes, it can also be used to study the thermal
properties of extremely thin films (up to a few monolayers).

III. Ultrafast Devices

A. Picosecond Photoconductive Detector - S. Gupta, M. Frankel, D.
Dykaar, G. Mourou, and T. Hsiang (Rochester)

We report here the development of a GaAs-based highspeed photoconductive
detector that overcomes the limitations cited above. The measured speed of the current
device is approximately .5ps (full width at half maximum, FWHM) and the response is of
the order of a volt using a bias of 10 V and an 80 fs laser pulse of 90 pJ energy. The
material appears to be stable for indefinite periods of time. Further, the switch can be
easily integrated with GaAs discrete devices and circuits. In fact, the material that is used
for t;gss device also offers profound performance improvements for GaAs devices and
I1Cs.80,81

The active layer of the photoconductive detector is deposited by molecular beam
epitaxy (MBE) using Ga and As4 beam fluxes at a substrate temperature of 200°C. This
temperature is substantially lower than that usually used to deposit high quality conducting
films of GaAs by MBE, 560-600°C. The low-temperature (LT) GaAs was deposited at a
growth rate of 1 pm/h, under arsenic stable growth conditions. These films of L.T GaAs
have both electrical and optical properties that are markedly different from GaAs grown at
580°C 80.81 Although the LT GaAs is crystalline as demonstrated by x-ray diffraction and
transmitted electron diffraction measurements,82 it has a resistivity that is substantially
greater than that of semi-insulating GaAs (pL1Gaas> 107d cm). Further, the LT GaAs
exhibits virtually no photoluminescence.80-82 The increase in resistivity is consistent with
a dramatic increase in the deep level concentration in the film as the substrate temperature is
reduced, but deep levels alone would not explain a resistivity substantially greater than that
of semi-insulating GaAs. The abnormally high resistivity has so far precluded
measurements of carrier mobility. The resistivity increase appears to be associated with
excess arsenic incorporated into the LT GaAs grown at 200°C is highly nonstoichiometric;
the LT GaAs is approximately 50.2% As and 49.5% Ga.89

Short photoexcited-carrier lifetime, coupled with high carrier mobility, are the
desired characteristics for a highspeed photoconductive switch. Transmission electron
microscopy studies indicate that the dislocation density in LT GaAs is as low as that seen in
GaAs epitaxial layers grown at normal substrate temperatures.83 The crystal perfection can
lead to a high mobility, while a high deep level density can lead to short recombination
lifetimes. Also, the measured dielectric-breakdown field of LT GaAs is in excess of 3 x
105 V/cm, so that LT GaAs photoconductive switches should support high-voltage
electrical impulses.

The ultimate speed of a LT GaAs photoconductive detector was measured using a
photoconductive-gap switch with a coplanar transmission line and the technique of electro-
optic sampling. The switch is formed on a 50 pm coplanar strip transmission line having a
characteristic impedance of 91Q. A 20 pum tapered gap was incorporated into one of the
two legs of the transmission line. The electrodes are indium metal and a 10 V square-wave
signal at 3.7 MHz was applied across the input side of the transmission line.
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A probe beam consisting of ~80 fs laser pulses at a 100 MHz repetition rate with a
wavelength of 620 nm and an average power of ~9 mV (90 pJ/pulse) was focused onto the
20 um gap. The electrical pulse generated by this optical pulse was sampled. The electrical
signals measured is shown in Fig. 34(a). The FWHM of the pulse approximately 0.5ps.
This result translates into a 3 dB bandwidth of around 600 GHz. The measured maximum
voltage of the impulse is ~0.4 V, for a pulse energy of 90 pJ and 10 V bias across the
transmission line. The 0.5ps result is comparable with the highest speeds ever reported for
a photoconductive switch and the measured sensitivity is over an order of magnitude
greater than that which we have measured for switches based on damaged materials or
oxygen-implanted SOS.

In conclusion, we have fabricated a photoconductive detector using LT GaAs
grown by MBE at a temperature of 200°C. Autocorrelation measurements of the detector
yielded a system limited response of ~7.5 ps. Electro-optic sampling was used to measure
a temporal response of ~0.5ps FWHM and an amplitude of ~0.4 V for a 10 V bias. These
results compare favorably to the best results for any photoconductive switch yet reported.
Further, devices used in this study were fabricated on material that was grown by MBE
over one year ago and as recently as one month prior to testing, and, hence, the LT GaAs
appears to be stable for extended periods of time. By optimizing this device, it may be
possible to achieve even greater speeds and/or sensitivity. Since LT GaAs is compatible
with GaAs device and IC technologies, this photoconductive switch could find extensive
use in high-speed device and circuit testing.

B. >100 GHz Electro-optic Modulator - J. Nees, S. Williamson, G.
Mourou (Rochester)

Signal processing, optical communication, and computer technology require a
broadband modulator with low operating power. The optical waveguide, due to the
confinement of the optical beam over a long distance, makes optical modulation with long
interaction length possible’0-75, The driving power for a traveling wave modulator, of
impedance Z,, is given by the expression

d (A
P = [T (;3;)]2/20 (19)

where n is the index of refraction, | the wavelength in free space, r is the effective electro
optic coefficient, d is an effective electrode separation, and | is the waveguide length.

The modulator bandwidth is determined on one hand by the dispersive properties
of the transmission line due to modal dispersion?6, and skin effect losses’7, and, on the
other hand, by the phase velocity difference’8 between the optical and electrical waves. It
is the velocity mismatch which is presently limiting the time response of the traveling wave
modulator to 20 GHz.

To minimize modal dispersion, it is necessary to use transmission lines with small
cross sectional dimensions. Due to the air-substrate interface, quasi-TEM propagation
occurs only when the cross-sectional dimensions of the transmission lines are small
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compared to the wavelength of the driving signal. For coplanar lines, the effective dielectric
constant is frequency dependent as shown in Fig. 35. The cut-off frequency v, of the
surface wave TE; mode” follows the form

C
4dV esub - Esup

where c is the speed of light and the dielectric constant of the substrate, Egyb, is greater than
the dielectric constant of the superstrate,Esyp.

Contrary to modal dispersion, skin effect losses demand electrode dimensions to
be as large as possible. Consequently, for high frequency operation, modal dispersion and
skin effect losses are irreconcilable. We will see later, than in order to avoid modal
dispersion and skin effect simultaneously, it is necessary to use superconducting
electrodes. Figures 36(a) and 36(b) illustrate the effects of modal dispersion and skin
effect losses on the short electrical pulse propagation. The two figures are the result of
computer simulation. Figure 36(a) shows the broadening of a 1 ps rise time step function
after 10 mm propagation on a gold coplanar transmission line evaporated onto a GaAs
substrate. The width and electrode separation are both 20 um. It can be seen after 10 mm,
the rise time has degraded from an initial value of 1 ps to 5 ps. In Fig. 36(b), the modal
dispersion has been turned off and the observed decrease in rise time and signal amplitude
are due solely to the skin effect attenuation.

As mentioned earlier, the most important mechanism limiting the speed of the
electrooptic modulator is the velocity mismatch between the optical and electrical signals.
This effect limits the rise time T, of the modulator to a value

Ve~ (19)

— Anel
T = Ane: (20)

where An = \J €eff - n and n is the substrate index of refraction.

By placing a GaAs superstrate in contact with a GaAs/GaAlAs waveguide, the

condition \j €eff = n can be satisfied. This enables us, for the first time, to suppress the
effect of the velocity mismatch in longer, more efficient modulators.

A diagram depicting this modulator is shown in Fig. 37. A waveguide was
prepared on a GaAs substrate. Vertical confinement was provided by a series of MBE
grown GaAlAs layers and horizontal confinement by a ridge etched in the upper layer. The
coplanar striplines were 100 um wide and separated by 20 um. The film is gold of S000 A
thickness. A 10 um photoconductive switch interrupted one line; 0.5 mm from the
modulator's input end. The resistance of the metalization over the 5§ mm modulator length
was 7.5 2. The GaAs superstrate was then placed in contact with the coplanar
transmission lines.

After passing through a quarter-wave plate about 10% of the compressed IR light
from a Nd:YAG laser was coupled into a 4 um core fiber 40 cm in length. This fiber was
then butt coupled to the input of the modulator waveguide. A 20X microscope objective
was used at the output to image the modulated light through a polarizer and onto a reverse
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biased PIN photodiode. The remaining 90% of the compressed IR beam was converted to
532 nm at 2% efficiency in KTP to form the switch pump pulse. The green light was first
chopped at the lock-in reference frequency of 4 MHz by an acousto-optic modulator and
passed through an optical delay line to allow adjustment of pump/prove timing. Finally,
the pump pulse was focused onto the photoconductive switch. A step function electrical
pulse was generated and the rise time measured by the short probe pulses which
correspond directly to the response time of the modulator as it would be used with cw
optical input. The result of modulating with a subpicosecond step function and a 1 ps
probe pulse is shown in Fig. 38. The 10%-90% rise time is found to be 3.2 ps. If a
Gaussian rising edge is assumed, this rise time corresponds to 110 GHz for 3dB roll-off.

A measurement of the half-wave voltage of this modulator at 4 MHz yielded a
value of 288 V. This is nearly a factor of 4 above the expected value of 75 V. The loss in
sensitivity was probably due to depolarization of the modulated beam in the input fiber.

As more devices begin to function at frequencies above 100 GHz and as the
demand for test equipment increases, the need for an ultrafast modulator will continue to
grow. We have demonstrated a GaAs modulator with velocities nearly matched. This is
simply achieved by putting a GaAs superstrate in contact of a GaAs waveguide. Further
improvement can be achieved by varying the aluminum mole fraction in a GaAlAs
superstrate. This approach should make the construction of 500 GHz possible with lower
half-wave voltage. At these frequencies, the skin effect losses will become dominant and
superconducting electrodes will have to be used. The superconducting electrodes will have
to possess a large energy gap in excess of 0.5 THz. Superconductors such as Nb with a T¢
= 9°K and an energy gap corresponding to 700 GHz could be used. High T,
superconductors with an energy gap corresponding to 10 THz could even be a better
choice. Recent experiments have shown that picosecond electrical pulses could propagate
over distances of 1 cm on high T, superconducting lines without detectable absorption or
dispersion. Furthermore, the dielectric constants of some high T, substrates nearly match
that of GaAs.

IV. Laser Technology

A. Femtosecond Pulse Amplification - P. Bado, S. Coe, J. Squier, D.
Strickland, G. Mourou and M. Pessot (Rochester)

The advent of chirped-pulse amplification83 had led to a renewed interest in the
development of solid-state amplifiers for ultrashort pulses. The broad bandwidth and high
energy-storage capabilities of solid state materials such as alexandrite and Ti:sapphire point
to the potential for these materials in the production of high-energy femtosecond pulses.
Recently, the generation of 300-fsec pulses at the millijoule levels in an alexandrite
regenerative amplifier36 was reported.

We have showed that this limitation can be overcome by using a combination of
diffraction gratings in conjunction with a sequence of prisms87 to compensate for both the
quadratic and cubic phase shifts arising form the dispersive elements. In this way we are
able to generate pulses as short as 106 fsec with peak powers of ~20 GW.
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The basic system used here is similar to that of Ref. 86, although some
modifications have been made. First, the dye laser used in these experiments (765 nm, 300
fsec) does not provide a short enough pulse. In order to provide sufficient bandwidth for
the generation of 100-fsec pulses, the dye-laser output was amplified in a conventional dye
amplifier and coupled into a 20-cm-long section of polarization-preserving, single-mode
fiber. The spectrum could be broadened out to ~25nm through self-phase modulation
within the fiber,88 with the pulse width broadening to ~1 psec. The pulse was then
preamplified and double passed through a grating expander before it was injected into an
alexandrite regenerative amplifier. Grating expansion has been shown to easily provide
sufficient dispersion to broaden femtosecond pulses by a factor dispersion to broaden
femtosecond pulses by a factor of 102-103.86.89 The grating expander was identical to that
used previously,86 consisting of two antiparallel 1800-line/mm gratings separated by 145
cm. with a pair of 500-mm lenses between the gratings forming a unit magnification
telescope. The injected energy was typically in the 5-10-nJ range in a pulse ~120 psec
long.

The contrast previous research in which the spectrum of the input pulse was
significantly narrower (~3 nm), the spectrum of the amplified pulse from the alexandrite
regenerative amplifier was found to be sensitive to any mismatch between the peak gain of
the alexandrite (~760 nm) and the operating wavelength of the dye laser. When the dye-
laser operating wavelength was ~3.5 nm to the red of the amplifier gain center, a severe
spectral narrowing and reshaping of the self-phase-modulated input spectrum was
observed. Broad spectra were narrowed considerably, from 23 to 8 nm, after amplification
to an energy of only ~100 pJ, with the red side of the spectrum being completely depleted.

In order to match the dye/amplifier wavelengths precisely, the alexandrite rod was
run at an elevated temperature or 150°C. Alexandrite is known to have a temperature-
dependent emission cross section that shifts to longer wavelengths at higher
temperatures.88 This was preferred to insertion of any bandwidth-limiting tuning elements
in either the dye laser or alexandrite amplifier to bring the two into resonance. With the
wavelengths matched to within 1 nm, the spectral reshaping is reduced substantially. The
spectrum of the amplified pulse has narrowed only slightly, to 12 nm. This residual
narrowing seems to be a true spectral narrowing, as broader input spectra were also
narrowed in this situation to approximately the same width. The observed spectral
narrowing can arise form the frequency-dependent cross section of the material and/or any
other optical component with a wavelength dependence. The observed output is
approximately half of the expected effective bandwidth for an alexandrite amplifier with a
fluorescence bandwidth of 1800 cm-!(Ref. 89) and a gain of 10 87.90 indicated that other
cavity components may also be contributing to the observed spectral reshaping.

The presence of dispersive material elements within the regenerative amplifier
.cavity leads to a further broadening of the input pulse and to limitations on the maximum
compression that can be achieved. This limitation arises form the need to adjust the
compression-grating separation to compensate for the dispersion accumulated during the
50-55 round trips that the pulse makes within the cavity. Adjustment of the compression-
grating separation to compensate for both the expansion gratings and the accumulated linear
dispersion from the material elements results in a substantal residual quadratic dispersion
that limits the compressed pulse width. We wish to stress that the bulk of the residual
(quadratic) dispersions not contributed by the material elements but form the gratings. It is
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a consequence of not using the expansion and compression gratings at identical effective
separations and angles of incidence. The expansion/compression gratings are then no
longer matched dispersive devices and make a contribution to the residual dispersion that is
approximately three times the contribution from the material elements. In Ref. 86 it was
shown that the residual dispersion would limit the pulse width to ~200 fsec.

We have modified our alexandrite regenerative amplifier to incorporate a prism
sequence to provide the necessary higher-order compensation Fig. 39. We have place four
Brewster-angled prisms of SF-10 glass within the cavity with a separation of 43 cm. Two
of the prisms were placed on stages so that the prism could be translated in a direction
perpendicular to its base. Placing the prisms internal to the cavity allows us to take
advantage of the large number of transits that the pulse makes to accumulate the required
amount of compensation. External to the cavity the required prism spacing was not
feasible.

The prism separation was chosen on the basis of calculations of the contributed
phase shift from all dispersive elements both internal and external to the cavity. The prism
and grating separations were used as the two degrees of freedom to find some point at
which the quadratic and cubic phase shifts would cancel. Strictly, this cancellation holds
only for a unique number of transits within the cavity. This could be controlled by varying
the level of the signal injected into the cavity and setting the cavity dumper to fire at a
specific time interval after the Q-switch, rather than cavity dumping on the basis of a
threshold detectors' monitoring the energy buildup of the pulse. With the prism sequence
included, the compression gratings were then varied to optimize the compressed pulse.
Further optimization should have been possible by translating the prisms into the beam
path. In practice, it was found that mechanical instabilities prevented us from making
significant translations of the prisms.

Single-shot, background-free autocorrelation9! measurements were used to
monitor the compressed pulse width. Figure 40 shows a 106-fsec pulse, assuming a sech?
pulse shape for deconvolution. The 40% (double-pass) diffraction efficiency of the
gratings reduced the pulse energy from 5 to 2 mJ, which yielded a peak power of almost 20
GW. When the prism sequence was not included within the cavity, the shortest
compressed pulse observed was 170 fsec. This is in reasonable agreement with the
minimum width expected form the limitations described above, indicating that we have
achieved a partial cancellation of the cubic phase. We believe that the incomplete
compensation is a result of a mismatch of a few degrees in the angle of incidence of the
beam between the expansion and compression-grating stages, resulting in a large cubic
phase than our design could compensate. The overall expansion/compression ratio of over
1100 is comparable with that seen in multiple-stage fiber-grating compression
systems.91.92

In summary, we have shown that chirped-pulse amplification techniques can be
used for the production of amplified femtosecond optical pulses from broadband solid-state
systems. We have demonstrated that a combination of intracavity prisms and diffraction
gratings can be used to provide compensation of cubic phase shifts, circumventing
limitations in the compressed pulse width that arise from dispersive elements within the
cavity. Simple extensions of the results shown here indicate the potential of chirped-pulse
amplification for the production of terawatt femtosecond pulses in the near future.
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Personnel and Awarded Degrees

This is the list of participants and scientists and graduate students involved in the
URI project at the University of Rochester and Cornell.

University of Rochester
Faculty and Scientists
G. Mourou
D. Dykaar Superconductivity, High-speed devices
T. Hsiang Characterization, Transport in semiconductors
T. Jackson Transport in semiconductors,
R.J. Knox High-speed device characterization,
Superconducting traveling-wave transistor
W. Donaldson High-speed switching
H. El-Sayed Ali Picosecond RHEED
S. Williamson 100-GHz optical modulator
J. Nees High-speed electronic characterization
P. Bado Ultrafast laser technique
M. Bouvier Electronics support
S. Coe Optics support
Graduate Students
M. Frankel High-speed device characterization
S. Gupta High-speed device characterization
J. Chwalek Millimeter-wave properties of High-Tc superconductor
T. Norris Tunneling in quantum wells
J. Whitaker Response of resonant tunneling diode
D. Strickland Amplification of ultrashort optical pulses
C. Hsiu-Cheng Time-resolved electron diffraction
J. Squier Amplification of ultrashort optical pulses
"M. Pessot Generation and amplification of ultrashort optical pulses
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Ph.D. Degrees Awarded

University of Michigan

Hsiu-Chen Chen

Theodore Norris
Maurice Pessot
Donna Strickland

Kevin Meyer
John Whitaker

Doug Dykaar

Cornell University

Xiao Song
Doug Shire

1989

1989

1989

1988

1988

1988

1987

1990
1989
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Subnanosecond Time-Resolved Electron Diffraction
Studies of Short-Pulse Laser Heating in Thin Gold
Films.

Time-Resolved Tunneling in GaAs Quantum Well
Structures

Chirped Pulse Amplification of Femtosecond Optical
Pulses

Amplification of Ultrashort Pulses with Chirped Pulse
Amplification

Study of Subpicosecond Electron Transport in GaAs

Ultrafast Optics for the Study of the Propagation of
Ultrashort Electrical Pulses and the Response of
Resonant Tunneling Diode.

Picosecond Switching Measurements of a Josephson
Tunnel Junction
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Knowledge Transfer

A. Interaction with Qutside Laboratories
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During the URI contract five industrial, two government and four university
laboratories have sent 18 researchers to share our facility. More than 15 refeered

publications have subsequently been produced.

The list of these institutions appears below:

Laboratories Investigations
University of Illinois Higman, Coleman
NASA Lewis Res. Center K. Bhasin
General Electric G. Duh
MIT Lincoln Lab Sollner, Goodhue
Callawa
Murphy
Cormell University Bhurman
Eastman
University of Rochester ~ Hsiang
Kadin
Bell Northern P. Jay
Fujitsu O. Wada

Arizona State University  B. Grondin

Scientific Research Assoc. M. Osman

H. Grubin
Thomson-CSF C. Weisbuch
Siemens G. Solkner
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Projects
Heterostructure Hot Electron Diodes
Monlithic Microwave Transistor Circuits
High-electron Mobility Transistor
Resonant Tunneling Diode
Low-Temperature MDE Grown GaAs
Permeable Base Transistor
High-Tc Superconductor
Travelling Wave Transistor
Josephson Junctions, Devices
High Tc Superconductor
FETs
Photodiode
Velocity Overshoot
Monte Carlo Simulation
Nonstationary Transport
Monte Carlo Simulation
Nonstationary Transport
Circuit Testing




B. Workshops
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250 East River Roag
Rocrester New Yorw 14623

Laboratory for Laser Energetics

S

TECHNICAL PROGRAM
URI REVIEW

November 5 - 6, 1987
(Coliseum)

Thursday, November_ Sth, Afternoon

2:30 PM

2:40

3:20

3:50
4:10

4:20

Welcome
Rochester Program an Overview
General Overview and Summary of

Interaction

Theory of Transport Between Quantum Wells

BREAK

Switching Mechanisms in Heterostructure
Hot Electron Diode

Transport Between Quantum Wells
(Experiments)

Tunneling Time Measurement by
Photoluminescence

The Resonant Tunneling Diode
Switching Time of Resonant Tunneling
Diode (Theory)

Switching Time of Resonant Tunneling
Diode (Experiment)

Investigation by Raman Spectroscopy of the
Effect of Growth Stops at GaAs/GaAlAs
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Dean B. Arden
Univ. of Rochester

G. Mourou
Univ. of Rochester

L.F. Eastman -
Comell University

R.S. Knox
Univ. of Rochester

J.J. Coleman
Univ. of lllinois

T. Norris
Univ. of Rochester

J. Song
Cornell University

R.A. Murphy
MIT Lincoln Lab

D. Coon
Univ. of Pittsburgh

J. Whitaker
Univ. of Rochester

J.T. Bradshaw
Comell University
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Rochester New York 14623

250 East River Road La borofory for Laser Energeﬂcs TEL 716 275 £1C1
UR G

LLE

TECHNICAL PROGRAM
URI REVIEW

November 5 - 6, 1987
(Coliseum)

Continued

Fridav, November 6, Morning

8:30 AM Velocity Overshoot
Monte Carlo Simulation
8:45 Velocity Overshoot
Experimental Study
9:00 Electron Phonon Interaction
A Picosecond Study
9:20 Traveling Wave HEMT
9:35 High Temperature Superconductors
9:50 Propagation of Picosecond Electrical Pulses
on Superconducting Lines
10:05 BREAK
10:20 Device and Test Interactions
10:35 High Speed Device Characterization
10:50 MMIC Characterization
11:05 Electro-optic Network Analyzer
11:20 MODFET Operation Beyond the Charge
Control Model
11:35 Closing Remurks
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R. Grondin
Arizona State Univ.

K. Meyer
Univ. of Rochester

H. Elsayed-Ali
Univ. of Rochester

D. Shire (Comell Univ.)
T. Jackson (Univ of Roch)

R. Buhrman
Comell University

J. Chwalek
Univ. of Rochester

P. Tasker
Comell University

D. Dykaar
Univ. of Rochester

J. Nees, J. Whitaker
Univ. of Rochester

T. Jackson
Univ. of Rochester

L.D. Nguyen
Comell University

G. Mourou. Rochester
L. Eastman, Comell
G. Wi, AFOSR
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250 East River Road
schester. New York 14623

Laboratory for Laser Energetics _

LLE

TEL 716 275 5101

ROCHESTER-CORNELL WORKSHOP

on

Ultrafast Optics for Physics of Microstructures and High Speed Electronics

9:00 AM

9:10

9:30

9:50

10:10
10:30
10:50

11:10

11:30
12:00 PM

(2 September 1988)

Introductory Remarks G. Mourou - Rochester
L. Eastman - Cornell
The Traveling Wave Transistor D. Shire - Cornell
T. Jackson - Rochester
Time-Resolved Tunneling in Quantum X. Song - Cornell
Well Structures T. Norris - Rochester
Direct Measurement of Resonant J. Whitaker - Rochester
Tunneling Time
Velocity Overshoot R. Grondin - Arizona State Univ.
Coffee |
Single Picosecond Pulse Generation  F. Smith - MIT Lincoln Lab
with Low Temperature Grown MBE S. Gupta - Rochester
Photoconductive Switches
A New Ultrafast fs. Spectroscopic M. Pessot - Rochester
Source
> 100 GHz Optical Modulator J. Nees - Rochester
Lunch
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250 East River Road
ychester, New York 14623

Laboratory for Laser Energetics__

LLE

ROCHESTER-CORNELL WORKSHOP

on

Ultrafast Optics for Physics of Microstructures and High Speed Electronics

Continued -

1:00 PM

1:30
1:45

2:00
2:15
2:30
2:45

3:05
3:20
3:35
3:50

(2 September 1988)

Electro-Optic Probing of Digital J. Valdmanis - ATT-Bell Lab
Circuits

MBE Advances in 1987/88 B. Schaff - Cornell
High Speed Transistor Advances in P. Tasker - Cornell
1987/88

High Speed Vertical Transistor K. Yamasaki - NTT Corp.
Modeling of MODFET Transistors M. Foisy - Comell

Pseudomorphic AlGaAs/InGaAs MODFETS L. Nguyen - Comnell

Pseudomorphic AIGaAs/InGaAs M. Frankel - Rochester
MODFET: and Characterization with

Electro-Optic Technique

Coffee

Al InAs/GalnAs MODFET on InP L. Palmateer - Comell
Self-Aligned Millimeter Wave HBT D. Barker - Comell
Propagation of Short Electrical J. Chwalek - Rochester

Pulses on Superconducting
Transmission Lines
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Cornell-Michigan-Rochester Workshop
on

Ultrafast Optics and High Speed Electronics
May 4, 1989
1311 EECS Building  8:30 - 5:00

8:30  Gerard Mourou, University of Michigan
Program Overview.

8:45  Lester Eastman, Cormnell University
Program Overview.

9:05 Wayne Knox, AT&T Bell Labs
Exciton Dynamics in Heterostructures.

9:35  Theodore Norris, University of Michigan
Time-Resolved Tunneling in Quantum Wells.

9:5§ BREAK

10:15 John Whitaker, University of Michigan
Time-Resolved Resonant Tunneling.
10:35 Duncan Steel, University of Michigan
Non-linear Spectrocopy of Resonant Tunneling Structures.
10:55 Jasprit Singh, University of Michigan
Transport in Lastice-Mismatched Epilayers.
11:15 R. Grondin, Arizona State University
Study of Velocity Overshoot through Time-Resolved Photoconductivity.
11:35 Hani Elsayed-Ali, University of Rochester
Hot-Electron Relaxation in Metals and Dynamics of Surface Melting.

12:0§ LUNCH

1:30  Y.K. Chen, AT&T Bell Labs
High-Speed Heterostructures Bipolar Transistors.
2:00  George Duh, General Electric Company
High-Performance InP Lartice-Maiched HEMT .
2:30  Todd Jackson, University of Rochester
Doug Shire, Cornell University
Superconductor Traveling-Wave MODFET.
2:50  Stephen Offsey, University of Comell
Strained-Layer InGaAs-GaAs-AlGaAs Graded-Index, Separate Confinement
Heterostructure, Single-Quantum-Well Laser Grown by MBE.

3:10 BREAK

3:30  Janis Valdmanis, University of Michigan
Electro-Oprtic Sampling External vs. Internal Probing.

3:50 Shantanu Guptu, University of Michigan
gupicosecond Electrical Pulses from Low-Temperarure MBE-Grown

aAs.

4:05 Michael Frankel & Robert Voelker, University of Michigan
Picosecond Electrical Pulse Generation from Transmission Line
Discontinuities.

4:30 WRAP UP
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URI-AFOSR RESEARCH PROGRAM REVIEW

TRANSPORT IN MICROSTRUCTURES IN THE
MICROWAVE & MM WAVE REGIME

Ultrafast Science Laboratory
The University of Michigan
Ann Arbor, Michigan 48109-2122

Friday, June 1, 1990

8:30-8:50 Program overview
G. Mourou
8:50-9:10 Role of transport in electronic and photonic devices
L. Eastman
9:10-9:40 Time-resolved optical study of transport
T. Norris
9:40-10:00 Hole-tunneling
J. Singh
10:00-10:15 Coffee Break
10:15-10:45 Time-resolved electrical study of transport
J. Whitaker
10:45-11:05 Novel resonant tunneling structure
X. Song
11:05-11:30 Electro-optic network analysis
Mike Frankel
11:30-12:00 Ultrashort pulses for time-resolved studies
J. Valdmanis
12:00-12:20 Movie: "Light in Flight”, directed and presented by
J. Valdmanis
12:20-2:00 Lunch, Lab Tour and Posters
2:00-2:20 Multi hundred-GHz light modulators
S. Williamson
2:20-2:35 60-GHz photoreceivers
K. Litvin
2:35-3:00 Strained quantum well lasers for high speed - high frequency
modulation
W. Shaff
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3:00-3:20

3:20-3:40

3:40-4:00
4:00-4:25

4:25-4:50

4:50-5:00

CF 49620-87-C-0016

High resolution non-linear spectroscopy of resonant tunneling
structi’res
D. Steel

Raman study of sequential resonant tunneling
K. Merlin
Coffee Break

Transport in high-T, superconductors
J. Chwalek

Transport in low-temperature-grown epitaxial semiconductors
Shantanu Gupta

Closing remarks
G. Mourou, G. Witt
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Figures
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Fig. 1  Reflection-mode electro-optic sampling geometry.
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Fig. 2 Transient photoconductivity results for Aex = 620 nm. The plotted waveform is
the transient voltage waveform generated by the photoconductive switch
normalized to the applied dc voltage.
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Fig. 3  Transient photoconductivity results of Aex = 760 nm
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Fig. 4  Experimental configuration for electro-optic sampling of resonant-tunneling

diode. A 12-um-diam wire with a | um tip contacts a mesa on the resonant-
tunneling diode chip.




Fig. 5

Fig. 6
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Resonant-tunneling diode switching as a function of bias: (a) I-V curve with
load lines, (b) analytic representation of waveforms resulting from movement of
load lines in (a) and the difference of these waveforms, and (c) experimental

signal difference.
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Structure of the single QW samples used in this study. The barrier width b was
varied to study the effect on the tunneling rate.
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Fig. 7 PL decay rate vs applied bias. The
QW widith is 30 A; the barrier Al
composition x is 30%. The solid
lines are the theoretical predictions
from Eq. (2) in the text. (a) Barrier
width b = 1214, (b) barrier width b
=111 A, and (c) barrier width b =
85A.
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Calculated band diagrams and eicctron and heavy-hole wave functions for
sample A: (a) under flat-band conditions and (b) with an electric field of 30
kV/cm. The results for sample B are similar, but the electron states are always

strongly localized in each well.
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Fig. 9  Time-integrated PL spectra for sample A (solid line) and sample B (dashed line),
with no applied bias voltage. The high-energy peak to QW2.
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Fig. 10 Time-resolved PL spectra for sample B: (a) with no applied bias and (b) with
-8V applied bias.
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Fig. 11 Time-integrated PL spectra for sample B at various bias voltages.
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Fig. 12 Experimental setup to study the electron-phonon relaxation in metal.
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Fig. 13 Time-resolved PL spectra for sample A: (a) witho V, (b) -3V, and (c) -4.75V

applied bias.
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Fig. 14 Time-resolved transmissivity of ~200-A Cu film at A 620nm during laser heating
(~300 fs FWHM) for different laser-pulse energies: (a) 8, (b) 15, (c) 30, (d) 44,
and (e) 65 nJ. The heating laser was focused to ~27 um:; the probe laser to
~14um and positioned near the center of the heating-laser spot.
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Fig. 15 Numerical modeling of the time evolution of electron and lattice temperatures for
the experimental conditions in Figs. 14(b) and 14(e) [laser-pulse energy is (a)
15n] and (b) 65nJ, with its peak at time = 1 ps]. Simulations were conducted
for different values of the coefficient of heat transfer between the electrons and
the lattice, G.
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Fig. 16 Configuration of the samples used in this work.
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Companson of Experimental Data with M-8 Theory
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Fig. 18 Measured waveforms from
sample 2 (15 ym lines and
spacing). The left-hand
waveforms on the right show
the transient response at the
output sampling point as a
function of temperature. Note
that the delays are absolute: the
time scale is calibrated while the
amplitudes have been
normalized to the input pulse.
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Fig. 17 Experimentally measured
picosecond electrical ransient
propagation on the coplanar YBCO
transmission line (sample 1). The
small deviation at the very end of
the output transient is probably due
to a reflection from the sampling
crystal.
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Fig. 19 Relative phase delays for the
simulated (using Mattis-Bardeen
complex conductivities)
measured waveforms.
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reflective
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Fig. 20 (a) The external electro-optic probe tip, showing two different modulator
configurations, transverse and longitudinal. With a transverse electro-optic crystal,
the optical beam direction is perpendicular to the electric field lines fringing above an
integrated circuit. With a longitudinal crystal, the opticai beam and electric field lines
are parallel. The probe beams represent a train of short laser pulses used to time-
resolve an electrical signal.
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Fig. 20 (b) Field strength-which may be translated to voltage - as measured versus
position on a a coplanar waveguide using external electro-optic sampling. The
solid line indicates the field strength measured with the longitudinal KD*P
crystal, while the dotted line indicates that measured using the transverse lithium
tantalate crystal.
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Fig. 21 Output of the inverting input buffer of a GaAs selectively doped heterostructure
transistor (SDHT) prescaler integrated circuit with a 1-GHz input signal.
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Fig. 22 1-GHz on-chip clock signal on a silicon 12-bit muitiplexer integrated circuit.
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Fig. 23 Spectra of waveforms sampled at the output of a narrow-band MESFET single-
stage amplifier MMIC for three different values of drain bias (up to saturation).
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Fig. 24 Output waveform from the fully integrated cryogenic sampler. Rise time is about
360 fs.
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Fig. 25 Time-Domain Reflectometer Structure - A photoconductive switch is used in a
coplanar waveguide to produce two identical counter propagating electrical
pulses. One pulse travels towards the DUT, where as the other goes in opposite
direction where it will be measured at a propagation distance equal to the distance
between the switch and the DUT. This allows the independant characterization
of the input and reflected pulse from DUT.
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Fig. 26 Waveforms measured at two symetrical points with respect to the
photoconductive switch. Notice that the two rising edges are identical.
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Fig. 27 (a) Step-like excitation and inductive shu
discontinuity geometries (b) Ste
outputs with corresponding

nt element outputs with corresponding
p-like excitation and capacitive discontinuity
geometry details. Amplitudes are accurate to +15%
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Fig. 28 Experimental configuration
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30 Sequence of electrical
transients propagated on
the indium stripline in the
normal state (T = 6K). (a)
Experimental results; (b)
model computations.
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Fig. 29 Sequence of electrical transients

propagated on the indium stripline
in the superconducting state [T =
1.8K, cnitical temperature T, = 3.4
K, energy gap A (0) = 0.525 meV
and 2A/h=230 GHz, and resistivity
at4.2 K Pnormal = 2.7 x 10‘6 Q
cm]. (a) Experimental results; (b)
model computations with both the
modal dispersion and Mattic-
Bardeen effects taken into account;
(¢) model computations with modal
dispersion neglected.
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31 Transverse cross section of the

coplanar stripline with
representative electric field lines
shown.
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Fig. 33 Transient surface temperature
rise of Pb(11) irradiated with
3.2 x 10Y W/cm? peak
intensity, 350 ps FWHM,
Nd:YAG (I = 1.06um) laser
pulses. Data sets | and 2 were
obtained from the transient
surface Debye-Waller effect on
RHEED intensity using a static
heating calibration. The solid
line was obtained from a
numerical heat diffusion
model.
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Fig. 32 Reflection high-encrgy electron
diffraction patterns from a cleaved
surface of a sodium chloride
crystal: (a) using a single ~200-
ps electron pulse; (b) after
averaging 50 pulses. The
microchannel plate gain was

reduced for (b).
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Fig. 34 Electrical impulse generated by

a 70 fs laser pulse as measured
by electro-optic sampling: (a)
measured at point A and (b)
measured at point B
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Fig. 35 Electrical dispersion due to dielectric mismatch.
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Fig. 36 Simulated propagation of signals with and without dielectric mismatch
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Fig. 37 >100 GHz modulator
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Fig. 38 >100 GHZ modulator response
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Fig. 39 Alexandrite regenerative amplifier with four Brewster prisms for cubic phase
compensation. PD, photodiode; TFP's thin-film polarizers; M1, M2, high

reflectors; PH, pinhole, FR, Faraday rotator and half-wave plate; PC, Pockels
cell.

— 106-tsec FWHM

Fig. 40 Single-shot autocorrelation of the compressed pulse. The FWHM is 106 fsec,
assuming a sech? pulse shape for deconvolution.
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